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Raman Spectra Database 

List of Polymers 

№ Substance CAS Number 

1 (alkylarylenebenzophenonimide)-(siloxanebenzophenonimide) 
copolymer_1 

No 

2 (alkylarylenebenzophenonimide)-(siloxanebenzophenonimide) 
copolymer_2 

No 

3 (alkylarylenebenzophenonimide)-(siloxanebenzophenonimide) 
copolymer_3 

No 

4 (alkylarylenebenzophenonimide)-(siloxanebenzophenonimide) 
copolymer_4 

No 

5 (alkylarylenebenzophenonimide)-(siloxanebenzophenonimide) 
copolymer 

No 

6 (butadiene-diurethan-dicarbamide)-(oxypropyleneglycol) copolymer_1 No 

7 (butadiene-diurethan-dicarbamide)-(oxypropyleneglycol) copolymer_2 No 

8 (butadiene-diurethan-dicarbamide)-(oxypropyleneglycol) copolymer_3 No 

9 (butadiene-diurethan-dicarbamide)-(oxypropyleneglycol) copolymer No 

10 Cellulose Triacetate 9012-09-3 

11 cellulose triacetate_2 9012-09-3 

12 CELLULOSE TRIACETATE_1 9012-09-3 

13 (1,2-bis(oxymethyl)carborane)-(diphenylolpropane-carbonate) 
copolymer_1 

No 

14 (1,2-bis(oxymethyl)carborane)-(diphenylolpropane-carbonate) 
copolymer_2 

No 

15 (1,2-bis(oxymethyl)carborane)-(diphenylolpropane-carbonate) 
copolymer 

No 

16 (1,6-bis((4-carbonyl)phenoxy)hexa-2,4-diyn)-(hexanediamine) 
copolymer cross-linked_1 

No 

17 (1,6-bis((4-carbonyl)phenoxy)hexa-2,4-diyn)-(hexanediamine) 
copolymer cross-linked 

No 

18 (butadiene-diurethan-dicarbamide)-(dihydroxy-diurethan-isoprene-
butadiene) copolymer_1 

No 

19 (butadiene-diurethan-dicarbamide)-(dihydroxy-diurethan-isoprene-
butadiene) copolymer 

No 

20 (butadiene-diurethan-dicarbamide)-(siloxane) copolymer_1 No 

21 (butadiene-diurethan-dicarbamide)-(siloxane) copolymer No 

22 (l,6-bis((4-carbonyl)-phenoxy)hexa-2,4-diyn)-(hydroquinone) 
copolymer_1 

No 

23 (l,6-bis((4-carbonyl)-phenoxy)hexa-2,4-diyn)-(hydroquinone) copolymer No 

24 (oxypropyleneglycol-dicarbamide-tetrahydrofuran-diurethan)-(siloxane) 
copolymer_1 

No 

25 (oxypropyleneglycol-dicarbamide-tetrahydrofuran-diurethan)-(siloxane) 
copolymer 

No 

26 acrylic resin_4 No 

27 ACRYLIC RESIN No 

28 BISPHENOL A 80-05-7 

29 Cellulose Acetate Butyrate_1 9004-36-8 

30 CELLULOSE ACETATE BUTYRATE 9004-36-8 

31 epoxy resin_1 No 
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32 EPOXY RESIN No 

33 phenol-formaldehyde resin_1 No 

34 phenol-formaldehyde resin No 

35 Phenoxy Resin_1 25068-38-6 

36 Phenoxy resin 25068-38-6 

37 poly(1,4-phenoxy-1,4-phenylene-isopropylidene-phenoxy-phenylene-
sulphone-diphenylene-sulphone)_1 

No 

38 poly(1,4-phenoxy-1,4-phenylene-isopropylidene-phenoxy-phenylene-
sulphone-diphenylene-sulphone)_2 

No 

39 poly(1,4-phenoxy-1,4-phenylene-isopropylidene-phenoxy-phenylene-
sulphone-diphenylene-sulphone) 

No 

40 Poly(2-Hydroxyethyl Methacrylate)_1 25249-16-5 

41 POLY(2-HYDROXYETHYL METHACRYLATE) 25249-16-5 

42 Poly(Diallyl Isophthalate)_1 25035-78-3 

43 Poly(diallyl isophthalate) 25035-78-3 

44 Poly(Phenylene Sulfide)_1 26125-40-6 

45 Poly(phenylene sulfide) 26125-40-6 

46 Poly(Tetrafluoroethylene)_1 9002-84-0 

47 Poly(tetrafluoroethylene) 9002-84-0 

48 Poly(Vinylidene Fluoride)_1 24937-79-9 

49 POLY(VINYLIDENE FLUORIDE) 24937-79-9 

50 polyamide 6 modified_1 No 

51 polyamide 6 modified No 

52 polylmide based on 3,3',4,4'-biphenyltetracarboxylic dianhydride and 
para-phenylene-diamine_1 

No 

53 polylmide based on 3,3',4,4'-biphenyltetracarboxylic dianhydride and 
para-phenylene-diamine 

No 

54 polynaphthoylenebenzimidazole_1 No 

55 polynaphthoylenebenzimidazole_2 No 

56 polynaphthoylenebenzimidazole No 

57 Polyoxyethylene Sorbitan Monooleate_1 9005-65-6 

58 polyoxyethylene sorbitan monooleate 9005-65-6 

59 polyoxyethylene sorbitan monopalmitate_1 9005-66-7 

60 POLYOXYETHYLENE SORBITAN MONOPALMITATE 9005-66-7 

61 polyoxypropyleneglycol-diurethan-dicarbamide_1 No 

62 polyoxypropyleneglycol-diurethan-dicarbamide No 

63 polyphenylene_4 No 

64 polyphenylene_1 No 

65 polyphenylene_5 No 

66 polyphenylene_2 No 

67 polyquinazoline with phenylene ether linkages_1 No 

68 polyquinazoline with phenylene ether linkages_2 No 

69 polyquinazoline with phenylene ether linkages No 

70 polyquinazolone-quinoline_1 No 

71 polyquinazolone-quinoline No 

72 Polyvinyl chloride_4 9002-86-2 

73 POLYVINYL CHLORIDE 9002-86-2 

74 urea-formaldehyde resin_1 No 

75 urea-formaldehyde resin No 
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76 2,2'-AZOBIS-(4-METHOXY-2,4-DIMETHYLVALERONITRILE) 11-8-19 

77 2,2'-Dithiobis(5-nitropyridine) 2127-10-8 

78 2,2'-Oxydiethanethiol 2150-02-9 

79 2-Methylenesuccinic anhydride 2170-03-8 

80 ETHYLENE DIACRYLATE 2274-11-5 

81 4-HYDROXYBUTYL ACRYLATE 2478-10-6 

82 N,N-Dimethylacrylamide 2680-03-7 

83 VINYLTRIMETHOXYSILANE 2768-02-7 

84 DIBUTYLTIN BIS(2-ETHYLHEXANOATE) 2781-10-4 

85 sec-BUTYL ACRYLATE 2998-08-5 

86 N,N-BIS(2-HYDROXYETHYL)-p-TOLUIDINE 3077-12-1 

87 2-(3,4-Epoxycyclohexyl)Ethyltrimethoxysilane 3388-04-3 

88 Bumetrizole 3896-11-5 

89 2-ETHYLBUTYL ACRYLATE 3953-10-4 

90 CINNAMIC ALDEHYDE DIMETHYL ACETAL 4364-06-1 

91 octadecanoic acid lithium salt 4485-12-5 

92 natural softwood lignin 8068-03-9 

93 Carboxymethyl cellulose 9000-11-7 

94 Poly(Acrylic acid) 9003-01-4 

95 polyacrylic acid 9003-01-4 

96 polyacrylic acid sodium 9003-01-4 

97 SODIUM POLYACRYLATE THICKENER 9003-04-7 

98 Polyacrylamide 9003-05-8 

99 polyacrylamide_1 9003-05-8 

100 polyacrylamide_2 9003-05-8 

101 (acrylamide-methylene-bis acrylamide) copolymer 9003-05-8 

102 POLY(VINYL METHYL ETHER) 9003-09-2 

103 (dimethyl-siloxane)-(methyl-phenyl-siloxane) copolymer 9005-12-3 

104 (dimethylsiloxane-methylvinylsiloxane-methylphenylsiloxane) 
copolymer 

9005-12-3 

105 heparin 9041-08-1 

106 heparinoid C 9041-08-1 

107 DOWEX 11 STRONG-BASE ANION EXCHANGE RESIN 9049-12-1 

108 polyallyl-oxy-propyl-cyanacrylate No 

109 polyallyl-oxy-isopropyl-cyanacrylate No 

110 polyallyl-oxy-isopropyl-cyanacrylate cross-linked No 

111 polyallyl-oxy-propyl-cyanacrylate cross-linked No 

112 polybis-maleinimide No 

113 polylmide based on (1,4,5,8-naphthalenetetracarboxylic dianhydride) 
and (diphenyl-disulfonic acid) diamine 

No 

114 (styrene-divinylbenzene) copolymer No 

115 Parafilm M No 

116 (formaldehyde-dioxolane) copolymer No 

117 epichlorohydrin rubber_1 No 

118 polyphenylene-oxide modified No 

119 poly(1,4-phenoxy-bromophenylene) No 

120 poly(1,4-phenoxy-1,4-phenylene-(trichloromethyl)-methylene) No 

121 polyphenylene_3 No 
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122 (glycolide)-(para-dioxanone) copolymer No 

123 (glycolide)-(caprolactone) copolymer No 

124 polyester unsaturated, bromide modified No 

125 maleinate resin, bromide modified No 

126 polyester unsaturated_1 No 

127 polyester unsaturated_2 No 

128 polyester unsaturated_3 No 

129 polyester unsaturated_4 No 

130 poly(l,4-dioxyanthraquinone-carbonate) No 

131 polytetramethyldiphenylolpropanecarbonate No 

132 polyester unsaturated_5 No 

133 natural rubber No 

134 (maleinate-phthalate-styrene) resin No 

135 poly(n-phenyl-benzanylide-((4-benzoyloxy)benzoyloxy)-terephthalate) No 

136 (4,4'-diphenyloxide diacid chloride)-(l,3-phenylenediamine) copolymer No 

137 (isophthalic diacid chloride)-(4,4'-diphenyl(2-cyan)oxydiamine) 
copolymer 

No 

138 (terephthalic diacid chloride)-(4,4'-diphenyl(2-cyan)oxydiamine) 
copolymer 

No 

139 polyamidocarboxylic acid based on 3,3',4,4'-biphenyltetracarboxylic 
dianhydride and para-phenylene diamine 

No 

140 polyamidocarboxylic acid based on 3,3',4,4'-biphenyltetracarboxylic 
dianhydride and cyclohexyl- 1,4-diamine 

No 

141 polyamidocarboxylic acid based on 3,3',4,4'-biphenyltetracarboxylic 
dianhydride and 2,3dimetyl-phenylene- 1,4-diamine 

No 

142 polyamic acid based on 3,3',4,4'-biphenyltetracarboxylic dianhydride 
and tetramethyl-phenylene-1,4-diamine 

No 

143 (4,4'-diphenyloxide diacid chloride)-(4,4'-diphenyl(2-cyan)diamine) 
copolymer 

No 

144 (4,4'-diphenyloxide diacid chloride)-(4,4'-diphenyl(2-cyan)oxydiamine) 
copolymer 

No 

145 polyamide based on ((4-phenyl)-benzoyloxy)-terephthalic acid and 1,3-
phenylenediamine 

No 

146 polyamidocarboxylic acid based on 3,3',4,4'-biphenyltetracarboxylic 
dianhydride and oxydianiline 

No 

147 poly(l,4-phenylene-(4-(4'-methoxy-4-diphenyloxy)-
butoxy)terephthalamide) 

No 

148 polyamic acid based on 3,3',4,4'-biphenyltetracarboxylic dianhydride 
and 9,10-bis(para aminpphenyl)-antracene 

No 

149 polyterphenylene-2,5-diphenylbenzoyloxy-terephthalamide No 

150 polyterphenylene-terephthalamide No 

151 poly(1,4-phenylene-diphenyl-methyl-ester-amide) No 

152 polyterphenylene2,5-diphenyl-4-phenylene-trimethylene-carbonyloxy-
terephthalamide 

No 

153 polyoxypropyleneglycoldiurethan No 

154 polyurethan_1 No 

155 polyurethan_2 No 

156 polyurethan_3 No 

157 (butadiene-diurethan)-(oxypropyleneglycol) copolymer No 

158 polyurethan_4 No 

159 polyurethan_5 No 
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160 polylmide based on 3,3',4,4'-pyromellitic dianhydride and 5-bromide-
phenylene-1,3-diamine 

No 

161 polylmide based on 3,3',4,4'-pyromellitic dianhydride and 4,4'-
diaminodiphenyl 

No 

162 polylmide based on 3,3',4,4'-pyromellitic dianhydride and 4,4'-
diaminodiphenyl ether 

No 

163 polylmide based on 3,3',4,4'-biphenyltetracarboxylic dianhydride and 
cyclohexyl-l,4-diamine 

No 

164 polylmide based on 3,3',4,4'-oxydiphthalic dianhydride and 5-bromide-
l,3-phenylene-diamine 

No 

165 polylmide based on 3,3',4,4'-oxydiphthalic dianhydride and (4-
tetrafluoroethyloxy)-l,3-phenylene-diamine 

No 

166 polylmide based on 3,3',4,4'-biphenyltetracarboxylic dianhydride and 
tetramethyl-l,4-phenylene-diamine 

No 

167 polylmide based on 1,4,5,8-naphthalenetetracarboxylic dianhydride 
and di(hydroxyphenyl)-methane-diamine 

No 

168 polylmide based on 3,3',4,4'-biphenyltetracarboxylic dianhydride and 
oxydianiline 

No 

169 polylmide based on 3,3',4,4'-oxydiphthalic dianhydride and oxydianiline No 

170 poly(1,3-phenoxy-1,4-phenylene-1,4-phenoxy-1,3-phenylene-
pyromellitimide) 

No 

171 polylmide based on 3,3',4,4'-oxydiphthalic dianhydride and para-
phenylene-di(oxyaniline) 

No 

172 polylmide based on 3,3',4,4'-benzophenonetetracarboxylic dianhydride 
and 4,4'-diamino(2, 2', 6, 6'-dimethyl)diphenylmethane 

No 

173 polylmide based on 3,3',4,4'-benzophenonetetracarboxylic dianhydride 
and 4,4'-diaminotriphenylamine 

No 

174 polylmide based on 3,3',4,4'-pyromellitic dianhydride and 9,10-
bis(para-aminophenyl)-anthracene 

No 

175 polylmide based on 3,3',4,4'-biphenyltetracarboxylic dianhydride and 
9,10-bis(para-aminophenyl)-anthracene 

No 

176 polylmide based on 3,3',4,4'-oxydiphthalic dianhydride and 9,10-
bis(para-aminophenyl)-anthracene 

No 

177 polylmide based on 3,3',4,4'-benzophenonetetracarboxylic dianhydride 
and 9,10-bis(para-aminophenyl)-anthracene 

No 

178 poly(1,3-phenoxy-1,4-phenylene-4,4`-isopropylydene-1,4-phenoxy-1,3-
phenylene-pyromellitimide) 

No 

179 polylmide based on 3,3,-bis(3',4'-dicarboxyphenyl)phthalide 
dianhydride and 9,10-bis(para-aminophenyl)-anthracene 

No 

180 poly ((bis(4,5-dicarboxynaphthoyl)-l',3'-benzene) dianhydride and 
bis(3,3'-aminophenylene)-hexafluorodiphenylolpropane) 

No 

181 (bis(4,5-dicarboxynaphtho-l-yl)-l',3'-benzene) dianhydride and bis(3,3'-
aminophenylene)-diphenylolpropane based polylmide 

No 

182 poly(1,4-phenylene-carbodiimide) No 

183 polyarylamide_3 No 

184 polyarylamide_4 No 

185 polyoxadiazole No 

186 polyquinazolone with phenylene ether linkages No 

187 polyimidobenzimidazole with bisphenol-A bridges No 

188 polycyanurate No 

189 poly(1,4-phenoxy-phenylene-ethyne) No 

190 polyarylamide_1 No 

191 polyarylamide_2 No 
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192 poly(quinazolone-benzophenoimide) with phenylene ether linkages No 

193 polydimethylaminophosphazene No 

194 polydiethylaminophosphazene No 

195 polydipropylaminophosphazene No 

196 polydibutylaminophosphazene No 

197 polydiallylaminophosphazene No 

198 poly(l,3-phenylene-(propargyloxy)terephthalate) No 

199 polydihexylaminophosphazene No 

200 polydiheptylaminophosphazene No 

201 polybis-trifluoroethylaminophosphazene No 

202 polysulphide rubber No 

203 polyoxyphenylene-sulfide No 

204 polyaminophenylene-sulfide No 

205 poly(1,3-phenylene-(propargyloxy)terephthalamide) No 

206 poly(di(1,4-phenoxy-1,4-phenylene)-sulphone) No 

207 poly(1,4-phenylene-(propargyloxy)terephthalamide) No 

208 polyphenylene sulphone No 

209 (arylene-sulphurylamide)-(phenylene-sulphid) copolymere No 

210 polyphenylene No 

211 hardwood pulp No 

212 viscose No 

213 polyphenoxy-diphenylene-ethyne No 

214 (1,6-bis((4-carbonyl)phenoxy)hexa-2,4-diyn)-(ethylenediamine) 
copolymer 

No 

215 (1,6-bis((4-carbonyl)phenoxy)hexa-2,4-diyn)-resorcinol) copolymer No 

216 polybutadiene ester No 

217 (butadiene-acrylonitrile-acrylate) copolymer No 

218 (butadiene-styrene-acrylate) copolymer No 

219 (methylmethacrylate-methacrylate-ethylmethacrylate) copolymer No 

220 (trifluoromethyl-cyanacrylate)-(trichlorobutadiene) copolymer_1 No 

221 (trifluoromethyl-cyanacrylate)-(trichlorobutadiene) copolymer_2 No 

222 (allylcyanacrylate)-(bis-methacrylate-diphenylolpropane) copolymer No 

223 (allylcyanacrylate)-(bis-methacrylate-hexafluorodiphenylolpropane) 
copolymer 

No 

224 (methylmethacrylate-styrene-anhydride)copolymer No 

225 (l,6-bis((4-carbonyl)-phenoxy)hexa-2,4-diyn)-(l,3-phenylenediamine) 
copolymer cross-linked 

No 

226 Glycoprotein_1 No 

227 poly(1,3-phenylene-(bis(propargyl))-phthalamide) No 

228 Glycoprotein_2 No 

229 Glycoprotein_3 No 

230 Glycoprotein_4 No 

231 naphthalenimide copolymer No 

232 poly(cyanurate)- poly(bis-maleinimide) mutually penetrating net No 

233 (naphthalenimidobenzimidazole)-(quinazoline) copolymer No 

234 Canada balsam No 

235 (l,6-bis((4-carbonyl)-phenoxy)hexa-2,4-diyn)-(l,4-phenylenediamine) 
copolymer 

No 
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236 kolophonium glycerol ester No 

237 kolophonium-maleinate resin No 

238 natural pine-needle resin No 

239 pine resin No 

240 epoxidized plant oil No 

241 lecithin egg No 

242 Fibroin No 

243 natural silk_1 No 

244 (l,6-bis((4-carbonyl)phenoxy)hexa-2,4-diyn)-(l,3-phenylenediamine) 
copolymer 

No 

245 natural silk_2 No 

246 polyester resin No 

247 urea-urone-formaldehyde resin No 

248 diphenylolpropane-formaldehyde resol resin No 

249 diphenylolpropane-formaldehyde novolak resin No 

250 epoxy resin hardened No 

251 diglycidyl ether of bisphenol A poly amine hardened No 

252 bisphenol A epoxy resin hardened_1 No 

253 bisphenol A epoxy resin hardened_2 No 

254 glue "Tesa Coll" No 

255 isoprene & chloroprene rubbers blend No 

256 melamine-triazinone-formaldehyde resin_1 No 

257 melamine-triazinone-formaldehyde resin_2 No 

258 melamine-formaldehyde resin No 

259 pentaphthalic alkyd resin No 

260 (1,6-bis((4-carbonyl)-phenoxy)-hexa-2,4-diyn)-(hexanediamine) 
copolymer cross-linked 

No 

261 melamine-acrylate resin No 

262 urea-formaldehyde & alkyd resins blend No 

263 VBFS-4 resin No 

264 VMA-0110 resin No 

265 poly(methylen urea-formaldehyde) No 

266 acrylic resin_1 No 

267 acrylic resin_2 No 

268 acrylic resin_3 No 

269 (acrylate-acrylonitrile) resin_1 No 

270 poly(1,6-dicarbazolyl-2,4-hexadiyne) No 

271 (acrylate-acrylonitrile) resin_2 No 

272 (dimethylsiloxane)-(methylvinylsiloxane) copolymer No 

273 (dimethylsiloxane)-(diethylsiloxane) copolymer No 

274 polycarbosilan No 

275 (butylcyanacrylate)-(pentamethyldisiloxanemethoxyethyl-(l-methyl,4-
cyan)pentadienate) copolymer 

No 

276 (butylcyanacrylate)-((pentamethyldisiloxane-propyl)methacrylate) 
copolymer 

No 

277 (bis-(gamma-aminopropyltetramethyl)siloxane) and (3,3',4,4'-
benzophenonetetracarboxylic dianhydride) based polylmide 

No 

278 1,2-bis(oxymethyl)carborane No 
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279 (1,2-bis(oxyphenyl)-carborane)-(diphenylolpropane-carbonate) 
copolymer 

No 

280 (phenylene)-(phenylene-carborane) copolymer No 

281 polyphenylene-carborane-ethyne No 

282 (allylcyanacrylate)-(bis-(ethynyl-phenoxy-phenyl)carborane)copolymer No 

283 vinylidenefluoride copolymer No 

284 (allylcyanacrylate)-(bis(methacrylate-1,4-phenylene-oxy-1,4-
phenylene)carborane) copolymer 

No 

285 1,2-bis(oxyphenyl)-carborane No 

286 Inerton No 

287 polyfluoroethylene No 

288 sodium dihexadecylaminoethylsulphite No 

289 polybromophenylene No 

290 polyvinyl chloride chloride No 

291 polypropanone_1 No 

292 polypropanone_2 No 

293 polypropanone_3 No 

294 polypropanone_4 No 

295 propanone-styrene  copolymer No 

296 p-NITROSTYRENE 100-13-0 

297 Terephthalic acid 100-21-0 

298 ribonucleic acid yeast 100684-42-2 

299 Triphenyl Phosphite 101-02-0 

300 4,4'-METHYLENEBIS(2-CHLOROANILINE) 101-14-4 

301 N,N'-Dinitrosopentamethylenetetramine 101-25-7 

302 2,4,6-Tris(Allyloxy)-1,3,5-Triazine 101-37-1 

303 Cyclohexyl Methacrylate 101-43-9 

304 PENTAERYTHRITOL TETRATHIOGLYCOLATE ASSAY 95% 10193-99-4 

305 Triallyl Isocyanurate 1025-15-6 

306 N-DIPHENYLMETHYLACRYLAMIDE 10254-08-7 

307 N-OXYDIETHYLENE-2-BENZOTHIAZOLE SULFENAMIDE 102-77-2 

308 Tributylamine 102-82-9 

309 Bis(2-Ethylhexyl) Azelate 103-24-2 

310 4,4'-DITHIODIMORPHOLINE 103-34-4 

311 HYDROQUINONE DI(beta-HYDROXYETHYL) ETHER 104-38-1 

312 cis-Polyisoprene 104389-31-3 

313 Polyisoprene, trans 104389-32-4 

314 N-Dodecylpyridinium Chloride 104-74-5 

315 1,2-Bis(Hydroxymethyl)Cyclohexane 105-08-8 

316 MAPC1 ME homopolymer 1052277-14-1 

317 Vinyl Propionate 105-38-4 

318 N-Methyl-2,2'-Iminodiethanol 105-59-9 

319 Dibutyl Fumarate 105-75-9 

320 Dibutylmaleate 105-76-0 

321 2-PHENOXYETHYL METHACRYLATE 10595-06-9 

322 (3-LAURAMIDOPROPYL)TRIMETHYLAMMONIUM 
METHYLSULFATE 

10595-49-0 

323 DITRIDECYL THIODIPROPIONATE 10595-72-9 
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324 1,4-Dimethylpiperazine 106-58-1 

325 Isobutyl Acrylate 106-63-8 

326 CYANOETHYL ACRYLATE 106-71-8 

327 VINYLTRIS(beta-METHOXYETHOXY)SILANE 1067-53-4 

328 4-VINYLCYCLOHEXENE DIOXIDE 106-87-6 

329 Allyl glycidyl ether 106-92-3 

330 Isobutyl 2-cyanoacrylate 1069-55-2 

331 TETRAKIS(2-ETHYLHEXYL)TITANATE 1070-10-6 

332 Adipohydrazide 1071-93-8 

333 4-(METHYLTHIO)PHENOL 1073-72-9 

334 P-Vinylbenzoic acid 1075-49-6 

335 N-tert-BUTYLACRYLAMIDE 107-58-4 

336 3,4-Dihydroxyhydrocinnamic acid 1078-61-1 

337 Diethyl benzylphosphonate 1080-32-6 

338 Chloroparaffin 108171-26-2 

339 poly(ether-ether-ketone)_1 108568-51-0 

340 poly(ether-ether-ketone)_2 108568-51-0 

341 poly(ether-ether-ketone)_3 108568-51-0 

342 poly(ether-ether-ketone)_4 108568-51-0 

343 poly(ether-ether-ketone)_5 108568-51-0 

344 4-Methylmorpholine 109-02-4 

345 2-Methyl-1-(Vinyloxy)Propane 109-53-5 

346 2-Methoxyethylamine 109-85-3 

347 DIETHYLAMINE 109-89-7 

348 PYRROLE 109-97-7 

349 Di-Tert-Butyl Peroxide 110-05-4 

350 N,N'-Methylenediacrylamide 110-26-9 

351 ETHOXYETHYLAMINE 110-76-9 

352 Squalane 111-01-3 

353 3,3'-Thiodipropionic acid 111-17-1 

354 Polycarbonate Resin 111211-39-3 

355 Diallyldimethylsilane 1113-12-8 

356 Azepane 111-49-9 

357 Dibutylamine 111-92-2 

358 Dimethyl Glutarate 1119-40-0 

359 Methylene bis(aniline-N,N-dicarbonate) 1119579-32-6 

360 3,3'-Dithiodipropionic acid 1119-62-6 

361 LAURYLDIMETHYLAMINE 112-18-5 

362 TETRAETHYLENEPENTAMINE 112-57-2 

363 ERUCAMIDE SLIP AGENT 112-84-5 

364 1,2-BIS(4-PYRIDYL)ETHYLENE, 97% 1135-32-6 

365 2,6-NAPHTHALENEDICARBOXYLIC ACID 1141-38-4 

366 Pentaerythritol 115-77-5 

367 Triphenyl Phosphate 115-86-6 

368 DECABROMODIPHENYL OXIDE BROMINE 83,3% 1163-19-5 

369 poly(2-propenoic acid,-2-cyano-2-(2-propenyloxy-ethylester)) 117549-52-7 

370 poly(2-propenoic acid,-2-cyano-2-(2-propenyloxy-ethylester)) cross-
linked 

117549-52-7 
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371 2,2'-ETHYLIDENEBIS(4,6-DI-tert-
BUTYLPHENYL)FLUOROPHOSPHITE 

118337-09-0 

372 Methyl methanesulfonamide 1184-85-6 

373 Methyltrimethoxysilane 1185-55-3 

374 Homosalate 118-56-9 

375 2,4,6-Tribromophenol 118-79-6 

376 4,4'-Methylenebis-2,6-tert-butyl phenol 118-82-1 

377 1,3-Butanediol Dimethacrylate 1189-08-8 

378 α-Hydroxy-α-Phenylacetophenone 119-53-9 

379 beta-NAPHTHOXYACETIC ACID 120-23-0 

380 Advalube B-3202 12035-46-2 

381 Ethylparaben 120-47-8 

382 2,4-Di-Tert-Amylphenol 120-95-6 

383 Poly(vinylbenzyl chloride) 121961-20-4 

384 2,3-Epoxypropyl Phenyl Ether 122-60-1 

385 dioctyl sebacate 122-62-3 

386 VINYL BUTYRATE 123-20-6 

387 DLTDP 5935-20 123-28-4 

388 DILAURYLTHIODIPROPIONATE 123-28-4 

389 3-Allyloxy-1,2-Propanediol 123-34-2 

390 1,6-Diaminohexane 124-09-4 

391 Tetrakis(Hydroxymethyl)Phosphonium Chloride 124-64-1 

392 DIPHENOLIC ACID 126-00-1 

393 Dipentaerythritol 126-58-9 

394 Tris(2,3-Dibromopropyl) Phosphate 126-72-7 

395 Niaproof 08 126-92-1 

396 VINYLFERROCENE 1271-51-8 

397 METHYL ESTER OF ROSIN 127-25-3 

398 1,6-HEXAMETHYLENE GLYCOL DIACRYLATE 13048-33-4 

399 1,10-Bis(Acryloyloxy)Decane 13048-34-5 

400 2-Hydroxy-3-methacryloxypropyl trimethylammonium chloride 13052-11-4 

401 Sodium 2-Chloro-1-Hydroxy-1-Ethanesulfonate 13064-50-1 

402 Diallyl Phthalate 131-17-9 

403 2,2'-DIHYDROXY-4-METHOXYBENZOPHENONE 131-53-3 

404 2,4-Dihydroxybenzophenone 131-56-6 

405 ZINC DIMETHACRYLATE 13189-00-9 

406 ISODECYL ACRYLATE 1330-61-6 

407 tricresyl phosphate 1330-78-5 

408 DIISOOCTYL ADIPATE 1330-86-5 

409 2,2'-AZOBIS(2-METHYLBUTYRONITRILE) 13472-08-7 

410 Tris(2-Chloro-1-(Chloromethyl)Ethyl) Phosphate 13674-87-8 

411 4,4'-BISMALEIMIDODIPHENYLMETHANE 13676-54-5 

412 4,4′-Methylenebis(2,6-diethylaniline) 13680-35-8 

413 N-(tert-Butoxycarbonyl)-L-valine 13734-41-3 

414 N-ACRYLOYL-TRIS-(HYDROXYMETHYL)AMINOMETHANE 13880-05-2 

415 Bis(2-Ethylhexyl) Fumarate 141-02-6 

416 DIIsobutyl Adipate 141-04-8 

417 Diethyl maleate 141-05-9 
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418 DIBUTOXYETHOXYETHYL ADIPATE 141-17-3 

419 Methyl-4-hydroxyphenylacetate 14199-15-6 

420 Hexyl Methacrylate 142-09-6 

421 Ethylene bis-dithiocarbamic acid, disodium salt, hexahydrate 142-59-6 

422 Dodecyl Methacrylate 142-90-5 

423 2,2,4-Trimethyl-1,3-Pentanediol 144-19-4 

424 1,12-Bis(2-propen-1-yloxy)dodecane 144266-47-7 

425 Chloro(methyl)diphenylsilane 144-79-6 

426 ZINC DIACRYLATE 14643-87-9 

427 bisphenol af 1478-61-1 

428 Vinyl Trans-Crotonate 14861-06-4 

429 p-AMINOSTYRENE 1520-21-4 

430 2-Acrylamido-2-Methylpropanesulfonic acid 15214-89-8 

431 1,4-Dibromo-2,5-bis(decyloxy)benzene 152269-98-2 

432 DIPHENYL TEREPHTHALATE 1539-04-4 

433 DIMETHYL DITHIODIPROPIONATE ASSAY 95% 15441-06-2 

434 TRIMETHYLOLPROPANE TRIACRYLATE 15625-89-5 

435 4-Toluenesulfonohydrazide 1576-35-8 

436 N-PHENYLMETHACRYLAMIDE 1611-83-2 

437 1-(2-Hydroxyethyl)imidazole 1615-14-1 

438 2-HYDROXY-4-ACRYLYLOXYETHOXY BENZOPHENONE 16432-81-8 

439 2-METHYL-3-BUTENENITRILE 16529-56-9 

440 Ditetradecyl 3,3'-Thiodipropionate 16545-54-3 

441 tert-BUTYL ACRYLATE 1663-39-4 

442 TRIETHYLENE GLYCOL DIACRYLATE 1680-21-3 

443 1,6-Diphenyl-1,3,5-Hexatriene 1720-32-7 

444 BIS-(4-AMINOCYCLOHEXYL)METHANE 1761-71-3 

445 Phenylphosphinic acid 1779-48-2 

446 VINYL 4-HYDROXYBUTYL ETHER 17832-28-9 

447 Epoxy dimethylphosphonate 17989-06-9 

448 BARIUM METHACRYLATE 17989-77-4 

449 Dibutyl Phosphite 1809-19-4 

450 Diiododecafluorodecane 1813-83-8 

451 Octabenzone 1843-05-6 

452 N,N-BIS(2-HYDROXYETHYL)-N-(3'-DODECYLOXY-2'-
HYDROXYPROPYL)METHYLAMMONIUM METHOSULFATE 

18602-17-0 

453 2-Hydroxyethyl disulfide 1892-29-1 

454 Ethyl benzyl monophosphonic acid 18933-98-7 

455 DIBENZYL AZELATE 1932-84-9 

456 1,3-BUTYLENE GLYCOL DIACRYLATE 19485-03-1 

457 2,3-DIBROMOPROPYL ACRYLATE 19660-16-3 

458 2-N-MORPHOLINOETHYL ACRYLATE 19727-38-9 

459 Neopentyl Glycol Dimethacrylate 1985-51-9 

460 valinomycin 2001-95-8 

461 Poly(4-bromostyrene) 2039-82-9 

462 3-CHLOROSTYRENE 2039-85-2 

463 3-BROMOSTYRENE 2039-86-3 

464 2-BROMOSTYRENE 2039-88-5 
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465 2,5-DIMETHYLSTYRENE 2039-89-6 

466 1-Iodoperfluorodecane 2043-53-0 

467 DECACHLORODIPHENYL 2051-24-3 

468 Octadecyl 3,5-di-(tert)-butyl-4-hydroxyhydrocinnamate 2082-79-3 

469 TRISTEARYL PHOSPHITE 2082-80-6 

470 1,4-Butanediol Dimethylacrylate 2082-81-7 

471 TELLURIUM DIETHYLDITHIOCARBAMATE 20941-65-5 

472 BISMUTH DIMETHYLDITHIOCARBAMATE 21260-46-8 

473 Methyl 3,5-dihydroxybenzoate 2150-44-9 

474 Dibutyl Methylenesuccinate 2155-60-4 

475 Vinyl Acrylate 2177-18-6 

476 (hydroxy)dihexadecylphosphate 2197-63-9 

477 Acrylanilide 2210-24-4 

478 N-ISO-PROPYLACRYLAMIDE 2210-25-5 

479 n-PROPYL METHACRYLATE 2210-28-8 

480 3,5-Diisopropyl-2-hydroxybenzoic acid 2215-21-6 

481 NEOPENTYL GLYCOL DIACRYLATE 2223-82-7 

482 2,4-DIMETHYLSTYRENE 2234-20-0 

483 GLYCOL DIMERCAPTOPROPIONATE ASSAY 95% 22504-50-3 

484 TRICHLOROACRYLIC ACID 2257-35-4 

485 BUTYLSTANNOIC ACID 2273-43-0 

486 2-HEPTADECYLIMIDAZOLE 23328-87-2 

487 Diethylene Glycol Dimethacrylate 2358-84-1 

488 2-ETHOXYETHYL METHACRYLATE 2370-63-0 

489 Methanesulfonic acid, sodium salt 2386-57-4 

490 3,4-EPOXYCYCLOHEXYLMETHYL-3,4-
EPOXYCYCLOHEXANECARBOXYLATE 

2386-87-0 

491 Tetrahydrofurfuryl Acrylate 2399-48-6 

492 1,2,2,6,6-Pentamethyl-4-piperidinol 2403-89-6 

493 2-AMINOETHYL METHACRYLATE, HYDROCHLORIDE 2420-94-2 

494 N-Tert-Butylformamide 2425-74-3 

495 endo-Bicyclo[2,2,2]oct-5-ene-2,3-dicarboxylic anhydride 24327-08-0 

496 didodecyl phthalate 2432-90-8 

497 11-Aminoundecanoic acid 2432-99-7 

498 (2-Dimethylaminoethyl) Acrylate 2439-35-2 

499 1-Pyrenemethanol 24463-15-8 

500 2-ETHYLHEXYL GLYCIDYL ETHER 2461-15-6 

501 Poly(4-methylstyrene) 24936-41-2 

502 Poly(4-methoxystyrene) 24936-44-5 

503 polystyrene bromide 24936-50-3 

504 Poly(p-iodostyrene) 24936-53-6 

505 Polycarbonate 24936-68-3 

506 polydiphenvlolpropanecarbonate_1 24936-68-3 

507 polydiphenvlolpropanecarbonate_2 24936-68-3 

508 polydiphenvlolpropanecarbonate_3 24936-68-3 

509 polydiphenvlolpropanecarbonate_4 24936-68-3 

510 polydiphenvlolpropanecarbonate_5 24936-68-3 

511 polydiphenvlolpropanecarbonate_6 24936-68-3 
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512 polyethyleneglycoladipate 24937-05-1 / 24938-
37-2 

513 polydodecanamide 24937-16-4 

514 POLY(LAURYL LACTAM) 24937-16-4 

515 (ethylene-vinylacetate) copolymer 24937-78-8 

516 Ethylene/Vinyl Acetate Copolymer 24937-78-8 

517 Ethylene Vinyl Acetate Copolymer 24937-78-8 

518 Copolymer ethylene-stat-vinyl acetate molar ratio 73+27 24937-78-8 

519 Ethylene+vinyl acetate copolymer 24937-78-8 

520 Ethylene vinylacetate(EVA) 24937-78-8 

521 ETHYLENE VINYL ACETATE COPOLYMER VINYL ACETATE 28% 24937-78-8 

522 polyvinylidene fluoride 24937-79-9 

523 PVDF Seed (polyvinylidene fluoride seed K-710 grade) 24937-79-9 

524 poly(l,3-phenylene-isophthal-amide) 24938-60-1 

525 poly(2,6-diphenyl-n-phenyleneoxide) 24938-68-9 

526 BENZYL ACRYLATE 2495-35-4 

527 polybutyleneterephthalate 24968-12-5 / 26062-
94-2 

528 epichlorohydrin rubber_2 24969-06-0 

529 polyepichlorohydrin 24969-06-0 

530 Polycaprolactone 24980-41-4 

531 POLY(CAPROLACTONE), MODERATE M.W. 24980-41-4 

532 Poly(2-vinylpyridine-co-styrene) 70+30 24980-54-9 

533 Poly(4-chlorostyrene) 24991-47-7 

534 POLY(ETHYLENE GLYCOL 2000 DIMETHYL ETHER) 24991-55-7 

535 Poly (α-methylstyrene) 25014-31-7 

536 (acrylonitrile-methylmethacrylate) copolymer_1 25014-41-9 

537 POLYACRYLONITRILE 25014-41-9 

538 (methylmethacrylate-styrene) copolymer 25034-86-0 

539 polyethyleneglycolsebacate 25034-96-2 

540 Nylon 11 25035-04-5 

541 polyacenaphthenylene_1 25036-01-5 

542 polyacenaphthenylene_2 25036-01-5 

543 Poly(1-butene), isotactic 25036-29-7 

544 Styrene/Isoprene Copolymer 25038-32-8 

545 Styrene+isoprene, ABA Block Copolymer 14+86 25038-32-8 

546 (ethylene-propylene) copolymer diene modified_2 25038-36-2 

547 (ethylene-propylene) copolymer diene modified_6 25038-36-2 

548 (ethylene-propylene) copolymer diene modified_1 25038-36-2 

549 (ethylene-propylene) copolymer diene modified_3 25038-36-2 

550 (ethylene-propylene) copolymer diene modified_4 25038-36-2 

551 (ethylene-propylene) copolymer diene modified_5 25038-36-2 

552 POLY(BUTADIENE)-LIQUID, 80% VINYL 1,2 CONTENT, M.W. 1000 25038-44-2 

553 polycaprolactam_3 25038-54-4 

554 Nylon 6 25038-54-4 

555 polycaprolactam_1 25038-54-4 

556 polycaprolactam_2 25038-54-4 

557 polyethyleneterephthalate_1 25038-59-9 
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558 polyethyleneterephthalate_2 25038-59-9 

559 polyethyleneterephthalate_3 25038-59-9 

560 polyethyleneglycolphthalate 25038-59-9 

561 polyethyleneterephthalate 25038-59-9 

562 Poly(ethylene terephthalate) 25038-59-9 

563 Nylon 12 25038-74-8 

564 POLY(1,3-CYCLOPENTYLENEVINYLENE) 25038-76-0 

565 Poly(diallyl phthalate) 25053-15-0 

566 POLY(VINYL SULFONIC ACID, SODIUM SALT) ,25% SOLIDS IN 
WATER, M.W. 2000 

25053-27-4 

567 polycyanacrylate 25067-30-5 

568 poly(2-propenoic acid,-2-cyano-ethylester) 25067-30-5 

569 polyvinylcarbazole 25067-59-8 

570 Poly(n-vinylcarbazole) 25067-59-8 

571 (chloroprene-dichlorobutadiene) copolymer_2 25067-95-2 

572 (chloroprene-dichlorobutadiene) copolymer_3 25067-95-2 

573 (chloroprene-dichlorobutadiene) copolymer_4 25067-95-2 

574 (chloroprene-dichlorobutadiene) copolymer_5 25067-95-2 

575 (chloroprene-dichlorobutadiene) copolymer_6 25067-95-2 

576 (chloroprene-dichlorobutadiene) copolymer_7 25067-95-2 

577 poly(4-methyl-1 -penten)_1 25068-26-2 

578 poly(4-methyl-1 -penten)_2 25068-26-2 

579 POLY(PROPYLENE), ISOTACTIC 25085-53-4 

580 Poly(benzyl methacrylate) 25085-83-0 

581 Vinyl Chloride/Vinyl Acetate/Vinyl Alcohol 25086-48-0 

582 N-Vinyl Pyrrolidone/Vinyl Acetate 25086-89-9 

583 polymethacrylic acid 25087-26-7 

584 DIOLEYL PHOSPHITE 25088-57-7 

585 Poly(ethylene-co-chlorotrifluoroethylene) 1+1 alternating copolymer 25101-45-5 

586 TRIISOOCTYL PHOSPHITE 25103-12-2 

587 polypentenamer - trans_2 25103-85-9 

588 cis-poly(pentenamer) 25103-85-9 

589 polypentenamer - trans_1 25103-85-9 

590 POLY(1,4-BUTANEDIOL ADIPATE) 25103-87-1 

591 Styrene/Allyl Alcohol Copolymer 25119-62-4 

592 Poly(2,6-dimethyl-p-phenylene oxide) 25134-01-4 

593 poly(1,4-phenoxy-1,4-phenylene-isopropylidene-1,4-phenoxy-
phenylene-sulphone)_1 

25135-51-7 

594 poly(1,4-phenoxy-1,4-phenylene-isopropylidene-1,4-phenoxy-
phenylene-sulphone)_2 

25135-51-7 

595 poly(1,4-phenoxy-1,4-phenylene-isopropylidene-1,4-phenoxy-
phenylene-sulphone)_3 

25135-51-7 

596 Methyl Vinyl Ether/Maleic acid Copolymer 25153-40-6 

597 Polysulfone Resin 25154-01-2 

598 Polysulfone 25154-01-2 

599 Trixylyl Phosphate 25155-23-1 

600 POLY(tert-BUTYL METHACRYLATE) 25189-00-8 

601 poly(para-phenylene-sulfide)_1 25212-74-2 
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602 poly(para-phenylene-sulfide)_2 25212-74-2 

603 Styrene/Butyl Methacrylate Copolymer 25213-39-2 

604 Styrene+butyl methacrylate copolymer 50+50 25213-39-2 

605 Poly(4-vinylbiphenyl) 25232-08-0 

606 POLY(4-VINYLPYRIDINE), CROSS-LINKED 25232-41-1 

607 2,2,4-TRIMETHYLPENTANEDIOL MONOISOBUTYRATE 25265-77-4 

608 polycyclooctenamer_1 25267-51-0 

609 polycyclooctenamer_2 25267-51-0 

610 3-METHACRYLOXYPROPYLTRIMETHOXYSILANE 2530-85-0 

611 3-(Chlorpropyl)-Trimethoxysilane 2530-87-2 

612 Polyethylene glycol 200 25322-68-3 

613 polyethyleneglycol_2 25322-68-3 

614 polyethyleneglycol_3 25322-68-3 

615 polyethyleneglycol_1 25322-68-3 

616 POLY(ETHYLENE OXIDE) 25322-68-3 

617 polypropylene glycol 25322-69-4 

618 polypropylene-oxide_1 25322-69-4 

619 polypropylene-oxide_2 25322-69-4 

620 POLY(PROPYLENE GLYCOL) 25322-69-4 

621 o-DIMETHYLAMINOMETHYLPHENOL 25338-55-0 

622 Dodecenylsuccinic Anhydride 25377-73-5 

623 Nylon 6/T 25497-66-9 

624 polyethyleneglycolsuccinate 25667-11-2 / 25569-
53-3 

625 polyoxy-1,4-phenylenesulfonyl-1,4-phenylene 25667-42-9 

626 poly(di(oxy-1,4-phenylenesulfonyl-1,4-phenylene))_1 25667-42-9 

627 poly(di(oxy-1,4-phenylenesulfonyl-1,4-phenylene))_2 25667-42-9 

628 polydiethyleneglycolsebacate 25667-63-4 

629 Poly(Vinyl Chloride) 25702-80-1 

630 Polystyrene sulfonate, sodium salt 25704-18-1 

631 Poly(sodium 4-styrenesulfonate) 25704-18-1 

632 Poly(2-ethyl-2-oxazoline) 25805-17-8 

633 POLY(GALACTURONIC ACID) 25990-10-7 

634 polyglycolide_1 26009-03-0 

635 polyglycolide_2 26009-03-0 

636 polyglycolide_3 26009-03-0 

637 Poly(p-tert-butylstyrene) 26009-55-2 

638 polylmide based on 3,3',4,4'-benzophenonetetracarboxylic dianhydride 
and 5-bromide-l,3-phenylene-diamine 

26023-21-2 

639 POLY(1,4-BUTYLENE TEREPHTHALATE) 26062-94-2 

640 Nylon 6/12 26098-55-5 

641 2,5-DIMETHYLHEXANE-2,5-DIPERBENZOATE 2618-77-1 

642 4,4'-AZO-BIS-(4-CYANOVALERIC ACID) 2638-94-0 

643 DIPHENYL ISOOCTYL PHOSPHITE 26401-27-4 

644 Poly (siloxane methyl ester) 26403-67-8 

645 TRIS-NONYLPHENYLPHOSPHITE 26523-78-4 

646 DIPHENYL ISODECYL PHOSPHITE 26544-23-0 

647 DIISODECYL PENTAERYTHRITYL DIPHOSPHITE 26544-27-4 
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648 Meso-1,2,3,4-Tetrabromobutane 2657-67-2 

649 METHYLTETRAHYDROPHTHALIC ANHYDRIDE ISOMERIZED 26590-20-5 

650 Styrene dimethylphosphonate 266356-24-5 

651 OCTENYL SUCCINIC ANHYDRIDE 26680-54-6 

652 BIS(2,4-DI-tert-BUTYLPHENYL)PENTAERYTHRITOL DIPHOSPHITE 26741-53-7 

653 N,N-Diethylacrylamide 2675-94-7 

654 polydiethyleneglycolsuccinate 26793-77-1 

655 Poly(pentafluorostyrene) 26838-55-1 

656 TRIALLYL TRIMELLITATE 2694-54-4 

657 p-VINYL BENZENE SULFONIC ACID, SODIUM SALT 2695-37-6 

658 polylactide 26969-66-4 

659 poly(1,4-phenylene-sulfide-1,4-phenylene-sulphone) 27028-97-3 

660 Nylon 6/9 27136-65-8 

661 Polyvinyl butyral 27360-07-2 

662 TRIS(3,5-DI-tert-BUTYL-4-HYDROXYBENZYL) ISOCYANURATE 27676-62-6 

663 (methylvinylpyridine-butadiene) copolymer 27680-96-2 

664 1,4-BIS(1-ISOCYANATO-1-METHYLETHYL)BENZENE 2778-41-8 

665 Dinonyl Maleate 2787-64-6 

666 polyuridilic acid 28086-43-3 

667 4-ETHYLSTYRENE 28106-30-1 

668 Poly(2-vinylnaphthalene) 28406-56-6 

669 1,2,4-TRIVINYLCYCLOHEXANE 2855-27-8 

670 polytriethyleneglycolsuccinate 28650-84-2 

671 Ethoquad 18_12 28724-32-5 

672 1,5-DIMETHYL-1,5-DIAZAUNDECAMETHYLENE 
POLYMETHOBROMIDE 

28728-55-4 

673 Diacetoneacrylamide 2873-97-4 

674 4,4'-Methylenebis(N,N-diglycidylaniline) 28768-32-3 

675 NONENYL SUCCINIC ANHYDRIDE 28928-97-4 

676 PETF 29154-49-2 

677 DIOCTYL MALEATE 2915-53-9 

678 poly(para-dioxanone) 29223-92-5 

679 POLY(VINYL HYDROGEN PHTHALATE) 29382-68-1 

680 N,N'-DIMETHYLENEBISACRYLAMIDE 2956-58-3 

681 Bis(2-Ethylhexyl) Phosphate 298-07-7 

682 ISODECYL METHACRYLATE 29964-84-9 

683 2,2'-AZOBIS(2-AMIDINOPROPANE) HYDROCHLORIDE 2997-92-4 

684 sec-BUTYL METHACRYLATE 2998-18-7 

685 MMA co MAPC1 ET 299925-60-3 

686 N,N'-m-PHENYLENEDIMALEIMIDE 3006-93-7 

687 poly(2-propenoic acid,-2-cyano-allylester) 30209-88-2 

688 2-Hydroxycyclohexanone dimer 30282-14-5 

689 (acrylonitrile-methylmethacrylate) copolymer_2 30396-85-1 

690 (acrylonitrile-methylmethacrylate) copolymer 30396-85-1 

691 acrylonitrile- copolymer_1 30396-85-1 

692 acrylonitrile-ethylacrylate) copolymer 30396-85-1 

693 acrylonitrile- copolymer_2 30396-85-1 

694 5-VINYL-2-NORBORNENE 3048-64-4 
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695 Paraformaldehyde 30525-89-4 

696 Sodium (+/-)-3-Hydroxybutyrate 306-31-0 

697 CYCLOHEXYL ACRYLATE 3066-71-5 

698 N-Cyclohexylacrylamide 3066-72-6 

699 TRILAURYL PHOSPHITE 3076-63-9 

700 Diethylphosphonoacetic acid 3095-95-2 

701 VINYL CINNAMATE 3098-92-8 

702 P-Tert-Butylphenyl 2,3-Epoxypropyl Ether 3101-60-8 

703 3-SULFOPROPYL ACRYLATE, POTASSIUM SALT, 98% 31098-20-1 

704 3-Sulfopropyl methacrylate potassium salt 31098-21-2 

705 2-METHOXYETHYL ACRYLATE 3121-61-7 

706 ALLYL IMIDAZOLE 31410-01-2 

707 2-(2-HYDROXY-5-tert-OCTYLPHENYL)BENZOTRIAZOLE 3147-75-9 

708 TRIS(2,4-DI-tert-BUTYLPHENYL) PHOSPHITE 31570-04-4 

709 Decyl methacrylate 3179-47-3 

710 Poly(sulfonyl-1,4-phenylene) 31833-61-1 

711 polysulfonyl-1,4-phenylene 31833-61-1 

712 2-VINYL-4,6-DIAMINO-s-TRIAZINE 3194-70-5 

713 N-Methyl-N-Vinylacetamide 3195-78-6 

714 Styrene/Maleic Anhydride Copolymer 31959-78-1 

715 Trimethyl HexamethylenedIIsocyanate 32052-51-0 

716 polyoxy-1,4-phenylenesulfonyl[1,1 '-biphenyl]-4,4'-diyl_1 32077-07-9 

717 polyoxy-1,4-phenylenesulfonyl[1,1 '-biphenyl]-4,4'-diyl_2 32077-07-9 

718 Nylon 6/6 32131-17-2 

719 polyhexamethyleneadipamide 32131-17-2 

720 POLY(HEXAMETHYLENE ADIPAMIDE), MODIFIED 32131-17-2 

721 DIALLYL CHLORENATE 3232-62-0 

722 Octadecyl Methacrylate 32360-05-7 

723 Copolymer methylmethacrylate-stat-propargyle 32439-66-0 

724 ISOPROPOXY TITANIUM STEARATE 32670-03-4 

725 DIBROMOPENTYL GLYCOL BROMINE 61% 3296-90-0 

726 2,2'-(2-METHYLPROPYLIDENE)BIS(4,6-DIMETHYLPHENOL) 33145-10-7 

727 VINYL PIVALATE 3377-92-2 

728 Polypropylene 3420-36-8 

729 p-CYANOSTYRENE 3435-51-6 

730 m-FLUOROSTYRENE 350-51-6 

731 1,6-HEXAMETHYLENE BIS(3,5-DI-tert-BUTYL-4-
HYDROXYHYDROCINNAMATE) 

35074-77-2 

732 PENTAERYTHRITOL TRIACRYLATE 3524-68-3 

733 2,2,2-TRIFLUOROETHYL METHACRYLATE 352-87-4 

734 1,1,3-TRIMETHYL-3-PHENYLINDAN-4',5-DICARBOXYLIC ACID 3569-18-4 

735 Poly(P-Phenylene Ether Sulphone) 36313-66-3 

736 polybutadiene-Na 365522-63-1 

737 Bis(2-Ethylhexyl) Phosphite 3658-48-8 

738 Isocrotonic acid 3724-65-0 

739 AMBERLITE XAD-7 ACRYLIC ESTER ADSORBENT 37380-43-1 

740 1,3-DIISOPROPENYLBENZENE 3748-13-8 

741 2,2,3,3,4,4-Hexafluoro-1,5-pentanediol 376-90-9 
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742 CYCLIC NEOPENTANETETRAYL BIS(OCTADECYL PHOSPHITE) 3806-34-6 

743 2,4-Diamino-6-(2-(2-Methyl-1-Imidazolyl)Ethyl)-1,3,5-Triazine 38668-46-1 

744 AMBERLYST A-26 STRONGLY BASIC ANION EXCHANGE RESIN 39339-85-0 

745 o-FLUOROSTYRENE 394-46-7 

746 ETHOXYTRIETHYLENE GLYCOL METHACRYLATE 39670-09-2 

747 beta-METHOXYETHOXYMETHYL CHLORIDE 3970-21-6 

748 2-Amino-4-hydroxy-6-methylpyrimidine 3977-29-5 

749 Trans-Aconitic acid 4023-65-8 

750 p-FLUOROSTYRENE 405-99-2 

751 Propargyl bromo methylpropanoate 406030-86-2 

752 2-HYDROXY-4-METHOXYBENZOPHENONE-5-SULFONIC ACID 4065-45-6 

753 2,2,2-TRIFLUOROETHYL ACRYLATE 407-47-6 

754 DIETHYLENE GLYCOL DIACRYLATE 4074-88-8 

755 DIVINYL ADIPATE 4074-90-2 

756 4-(4-Formylphenoxy)-3-methoxybenzaldehyde 408341-11-7 

757 p-TOLUENESULFONYL ISOCYANATE 4083-64-1 

758 Isophorone diisocyanate 4098-71-9 

759 THIODIETHYLENE BIS(3,5-DI-tert-BUTYL-4-
HYDROXY)HYDROCINNAMATE 

41484-35-9 

760 Vinyl Chloride/Vinyl Acetate/Hydroxypropyl 41618-91-1 

761 Tetrabromobisphenol A Bis(2-Hydroxyethyl) Ether 4162-45-2 

762 Alkyl C3 trimethoxysilane carbonate 42345-73-3 

763 Isoamyl acrylate 4245-35-6 

764 BIS-ACRYLAMIDO ACETIC ACID 4387-85-3 

765 2-METHYL-2-BUTENENITRILE 4403-61-6 

766 Carboxyl C11 phosphonic acid 4494-24-0 

767 3-PENTENITRILE 4635-87-4 

768 ISO-PROPYL METHACRYLATE 4655-34-9 

769 Alkyl phosphonic acid C14 4671-75-4 

770 Vinyl Decanoate 4704-31-8 

771 Diphenyl Phosphite 4712-55-4 

772 Alkyl phosphonic acid C6 4721-24-8 

773 1-Cyanopropene 4786-20-3 

774 PHENOXYETHYL ACRYLATE 48145-04-6 

775 2-BROMOETHYL ACRYLATE 4823-47-6 

776 3-Ethoxy-4-hydroxybenzenemethanol 4912-58-7 

777 CARBOHYDRAZIDE 497-18-7 

778 1-(3-Aminopropyl)imidazole 5036-48-6 

779 METHACRYLATOETHYLTRIMETHYLAMMONIUM CHLORIDE, 70% 
IN WATER 

5039-78-1 

780 P-Xylenolphthalein 50984-88-8 

781 Alkyl phosphonic acid C12 5137-70-2 

782 2,3-Dimethyl-1,3-butadiene 513-81-5 

783 CITRONELLYL NITRILE 51566-62-2 

784 DMAPMA 5205-93-6 

785 DOWEX SBR-P STRONG-BASE ANION EXCHANGE RESIN 52218-76-5 

786 DOWEX MSC-1 STRONG-ACID CATION EXCHANGE RESIN 53025-53-9 

787 2-NAPHTHALENESULFONIC ACID, SODIUM SALT 532-02-5 
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788 3-METHOXYPROPYLAMINE 99.7% 5332-73-0 

789 Styrene phosphonic acid 53459-43-1 

790 Dodecanoic hydrazide 5399-22-4 

791 1,2-CYCLOHEXANEDICARBOXYLIC ACID, BIS(OXIRANYLMETHYL) 
ESTER 

5493-45-8 

792 (2Z)-2-Butenedioic acid, mono(3,3,4,4,5,5,6,6,7,7,8,8,8-
tridecafluorooctyl) ester 

54950-02-6 

793 iso-Nicotinic acid 55-22-1 

794 Phenylvinyl Sulfone 5535-48-8 

795 Trimesic acid 554-95-0 

796 polyepoxypropylcarbazole 55774-96-4 

797 BIS-DIALKYL PEROXIDE ETHYL-3,3-BIS(tert-
BUTYLPEROXY)BUTYRATE 

55794-20-2 

798 (Chloromethyl)polystyrene crosslinked 55844-94-5 

799 diethylaminoethyl sepharose 57407-08-6 

800 2-Ethoxy-2-Phenylacetophenone 574-09-4 

801 Dipropylene Glycol Diacrylate 57472-68-1 

802 1,5,7-Triazabicyclo[4.4.0]dec-5-ene 5807-14-7 

803 Tert-Butyl Methacrylate 585-07-9 

804 (1Z)-1-Propene-1,2,3-tricarboxylic acid 585-84-2 

805 m-NITROSTYRENE 586-39-0 

806 Isobornyl Acrylate 5888-33-5 

807 DOWEX WGR WEAK-BASE ANION EXCHANGE RESIN 58969-11-2 

808 Methaneammonium chloride, hydrated 593-51-1 

809 2-CHLOROACRYLIC ACID 598-79-8 

810 Poly(1,4-cyclohexane dimethylene succinate) 60836-39-7 

811 N,N'-CYSTAMINEBISACRYLAMIDE, ELECTRO PURE 60984-57-8 

812 Exo-7-oxabicyclo[2.2.1]hept-5-ene-2,3-dicarboxylic anhydride 6118-51-0 

813 Sodium (1-Naphthyl)Acetate 61-31-4 

814 Fyrol pcf 6145-73-9 

815 DL-LACTIDE 615-95-2 

816 Methyl Maleic Anhydride 616-02-4 

817 Dicinnamalacetone(1,9-Diphenyl-1,3,6,8-nonatetraen-5-one) 622-21-9 

818 Rapi-cure PEPC 62386-95-2 

819 Dimethyl Maleate 624-48-6 

820 DOWEX WGR-2 WEAK-BASE ANION EXCHANGE RESIN 62996-83-2 

821 DIMETHYLSILOXANE 63148-62-9 

822 polyvinyl butyral_1 63148-65-2 

823 polyvinyl butyral_2 63148-65-2 

824 polyvinyl butyral & phenol-formaldehyde resin blend 63148-65-2 

825 POLY(VINYL BUTYRAL) 63148-65-2 

826 Tetramethylurea 632-22-4 

827 polyethylene chlorinated 63231-66-3 

828 Tetrabromophthalic Anhydride 632-79-1 

829 Dimethyl ethanesulfonamide(DMESAM) 6338-68-7 

830 Poly(Vinyl Formal) 63450-15-7 

831 3-Pyridinesulfonic acid 636-73-7 

832 TETRAPROPENYLSUCCINIC ANHYDRIDE 63979-82-8 
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833 DOWEX MWA-1 WEAK-BASE ANION EXCHANGE RESIN 63993-67-9 

834 TETRAKIS(2,2,6,6-TETRAMETHYL-4-PIPERIDYL)-1,2,3,4-
BUTANETETRACARBOXYLATE 

64022-61-3 

835 DOWEX HCR-S STRONG-ACID CATION EXCHANGE RESIN 64082-73-1 

836 beta,beta'-DIMORPHOLINODIETHYL ETHER 6425-39-4 

837 Solvarex 10 64742-94-5 

838 OLEFIN (C20-C24) 64743-02-3 

839 Chlorinated polyethylene 64754-90-1 

840 Polyethylene, chlorinated 64754-90-1 

841 N-(tert-BUTYL)METHACRYLAMIDE 6554-73-0 

842 DICYCLOPENTENYLOXYETHYL ACRYLATE 65983-31-5 

843 1,6-HEXANEDIOL DIMETHACRYLATE 6606-59-3 

844 Styrene/Ethylene/Butylene Copolymer 66070-58-4 

845 PEO bis triethoxysilane 666829-33-0 

846 1-Naphthaldehyde 66-77-3 

847 PENTAERYTHRITYL-TETRAKIS[3-(3,5-DI-tert-BUTYL-4-
HYDROXYPHENYL)PROPIONATE] 

6683-19-8 

848 2-ACRYLAMIDOGLYCOLIC ACID,  MONOHYDRATE 6737-24-2 

849 Tri(N-Octyl, N-Decyl) Trimellitate 67989-23-5 

850 polyethylene chlorosulfonated 68037-39-8 

851 THIOGLYCOLIC ACID 68-11-1 

852 Dioctylphosphinic acid 683-19-2 

853 Poly(isobutylene-co-isoprene 1.5 percents), brominated  2.1 percents 68441-14-5 

854 PE 68441-17-8 

855 AC-395 68441-17-8 

856 AC-629A 68441-17-8 

857 POLY(ETHYLENE), OXIDIZED LOW MOLECULAR WEIGHT 68441-17-8 

858 Polyisoprene 68441-58-7 

859 DOWEX SBR STRONG-BASE ANION EXCHANGE RESIN 68445-20-5 

860 PHENOL, POLYMERIC, STERICALLY HINDERED 68610-51-5 

861 octadecanoic acid barium salt 6865-35-6 

862 2-Ethylhexyl Methacrylate 688-84-6 

863 DISTEARYL-3,3'-THIODIPROPIONATE 693-36-7 

864 OCTRIC ACID 6940-58-5 

865 N,N-DIMETHYLMETHACRYLAMIDE 6976-91-6 

866 2-Dimethylamino-2-Methyl-1-Propanol 7005-47-2 

867 4-[(4-Ethenylphenyl)methoxy]-3-methoxybenzaldehyde 70818-26-7 

868 Unilin 425 alcohol 71750-71-5 

869 Unilin 550 alcohol 71750-71-5 

870 Unilin 700 alcohol 71750-71-5 

871 2-(2-Ethoxyethoxy)Ethyl Acrylate 7328-17-8 

872 TRIS(2-BROMO-1-CHLORO-2-PROPYL) PHOSPHATE 7328-28-1 

873 Triethylamine trihydrofluoride 73602-61-6 

874 OCTYLDIMETHYLAMINE 7378-99-6 

875 DOWEX CCR-2 WEAK-ACID CATION EXCHANGE RESIN 74191-82-5 

876 octadecanoic acid lead salt 7428-48-0 

877 p-METHOXYBENZYLIDENEMALONIC ACID, DIMETHYL ESTER 7443-25-6 

878 Diphenyl Isophthalate 744-45-6 
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879 Calix[4]arene 74568-07-3 

880 Isobornyl Methacrylate 7534-94-3 

881 Vinylbenzyl trimethylammonium chloride 7538-38-7 

882 ALLYLSUCCINIC ANHYDRIDE 7539-12-0 

883 Propyleneimine 75-55-8 

884 Pentaerythrityl tetrakis(3-dodecylthiopropionate) 7575-23-7 

885 METHACRYLIC ANHYDRIDE 760-93-0 

886 Diethyl Phosphite 762-04-9 

887 P-[(4-Ethenylphenyl)methyl]phosphonic acid, dibutyl ester, 
homopolymer 

762293-74-3 

888 VINYL DECYL ETHER 765-05-9 

889 TRIETHYLENE GLYCOL DIVINYL ETHER 765-12-8 

890 Vinyl Benzoate 769-78-8 

891 polytetrafluoroethylene-co-perfluorosulfonic acid 77323-49-0 

892 Alkyl C6 bis phenylaldehyde 77355-02-3 

893 2,2,2-Trifluoroethan(ol-d) 77568-66-2 

894 Dicyclopentadiene 77-73-6 

895 (1R)-(+)-α-Pinene 7785-70-8 

896 1-Octanesulfonyl chloride 7795-95-1 

897 Trimethylol propane 77-99-6 

898 Triethoxyvinylsilane 78-08-0 

899 TRIPENTAERYTHRITOL TECHNICAL 78-24-0 

900 DIETHYL ETHYLPHOSPHONATE 78-38-6 

901 Triethyl phosphate 78-40-0 

902 Tris(2-Ethylhexyl) Phosphate 78-42-2 

903 DIBUTYL BUTYLPHOSPHONATE 78-46-6 

904 Tris(2-Butoxyethyl) Phosphate 78-51-3 

905 3,3-BIS(CHLOROMETHYL)OXETANE 78-71-7 

906 1,1,2-Tribromoethane 78-74-0 

907 AMBERLITE IR-120 PLUS STYRENE-DVB STRONGLY ACIDIC 
CATION EXCHANGE RESIN 

78922-04-0 

908 Acrylamide 79-06-1 

909 Methacrylamide 79-39-0 

910 AMBERLITE IRC-718 CHELATING ION EXCHANGE RESIN 79620-28-3 

911 DOWEX MSA-2 STRONG-BASE ANION EXCHANGE RESIN 79818-58-9 

912 TETRABROMOBISPHENOL A 79-94-7 

913 Tetrachlorobisphenol A 79-95-8 

914 Castor Wax 8001-78-3 

915 paraffin 8002-74-2 / 64742-
51-4 

916 bisphenol s 80-09-1 

917 Carnation mineral oil 8020-83-5 

918 p-tert-AMYLPHENOL 80-46-6 

919 N-PHTHALIMIDOMETHYLACRYLAMIDE 80500-94-3 

920 4,4'-OXYBIS(BENZENESULFONYLHYDRAZIDE) 80-51-3 

921 MENTHANE DIAMINE 80-52-4 

922 METHYL alpha-CHLOROACRYLATE 80-63-7 

923 1,5-NAPHTHALENEDISULFONIC ACID 81-04-9 
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924 AMBERLITE IRA-743 BORON-SPECIFIC ION EXCHANGE RESIN 81133-21-3 

925 2-Hydroxyethyl Acrylate 818-61-1 

926 CETYL VINYL ETHER 822-28-6 

927 polyadenine 82375-93-7 

928 2-Methoxyhydroquinone 824-46-4 

929 2-VINYLNAPHTHALENE 827-54-3 

930 Dimethyl 2,6-Naphthalenedicarboxylate 840-65-3 

931 dibutyl phthalate 84-74-2 

932 PENTABROMOETHYLBENZENE 85-22-3 

933 2,3,6-TRICHLOROPHENYLACETIC ACID 85-34-7 

934 4,4'-Butylidenebis(6-Tert-Butyl-M-Cresol) 85-60-9 

935 Undecenyl phosphonic acid 867258-92-2 

936 N,N'-(1,2-DIHYDROXYETHYLENE)-BISACRYLAMIDE 868-63-3 

937 1-Naphthylacetic acid 86-87-3 

938 (Hydroxyethyl)methacrylate 868-77-9 

939 Dimethyl Phosphite 868-85-9 

940 1-Decene 872-05-9 

941 Poly(Methyl Methacrylate) 87210-32-0 

942 VINYLENE CARBONATE 872-36-6 

943 Hexabromobenzene 87-82-1 

944 1-Vinyl-2-Pyrrolidone 88-12-0 

945 2-Furoic acid 88-14-2 

946 2,2'-METHYLENEBIS(4-ETHYL-6-tert-BUTYLPHENOL) 88-24-4 

947 Poly(2,4,6-Tribromostyrene) 88497-56-7 

948 TRIOCTYL TRIMELLITATE 89-04-3 

949 AMBERLITE IRA-410 STYRENE-DVB STRONGLY BASIC ANION 
EXCHANGE RESIN 

9002-26-0 

950 Polyacetal 9002-81-7 

951 polyoxymethylene_1 9002-81-7 

952 polymethylene oxide_1 9002-81-7 

953 polymethylene oxide_2 9002-81-7 

954 polyoxymethylene_2 9002-81-7 

955 POLY(ACETAL) RESIN 9002-81-7 

956 polytetrafluoroethylene 9002-84-0 

957 POLY(TETRAFLUOROETHYLENE) SPECIFIC GRAVITY 2.23 9002-84-0 

958 polyvinylidene chloride 9002-85-1 

959 polyvinyl chloride_1 9002-86-2 

960 polyvinyl chloride_2 9002-86-2 

961 polyvinyl chloride_3 9002-86-2 

962 POLY(VINYL CHLORIDE), M.W. 110,000 9002-86-2 

963 polyethylene high pressure 9002-88-4 

964 polyethylene 9002-88-4 

965 polyethylene low pressure 9002-88-4 

966 AC-617A 9002-88-4 

967 Polyethylene, low density 9002-88-4 

968 POLYETHYLENE,  LINEAR, M.W. 52,000 9002-88-4 

969 Polyvinyl alcohol 9002-89-5 

970 polyvinyl alcohol_1 9002-89-5 
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971 polyvinyl alcohol_2 9002-89-5 

972 polyvinyl alcohol_3 9002-89-5 

973 POLY(VINYL ALCOHOL) FULLY HYDROLYZED 9002-89-5 

974 Polyoxyethylene lauryl ether 9002-92-0 

975 polyethylene-imine_1 9002-98-6 

976 polyethylene-imine_2 9002-98-6 

977 POLYETHYLENIMINE, ANHYDROUS 9002-98-6 

978 (acrylonitrile-vinylchloride) copolymer 9003-00-3 

979 (acrylonitrile-vinylchloryde) copolymer 9003-00-3 

980 polypropylene_1 9003-07-0 

981 polypropylene_2 9003-07-0 

982 polypropylene_3 9003-07-0 

983 polypropylene_4 9003-07-0 

984 PP 9003-07-0 

985 POLY(PROPYLENE), ISOTACTIC BIAXIALLY ORIENTED 9003-07-0 

986 1,2-Polybutadiene 9003-17-2 

987 cis-poly(butadiene) 9003-17-2 

988 LBR-352 9003-17-2 

989 Polybutadiene, cis 9003-17-2 

990 (acrylonitrile-butadiene-styrene) copolymer_1 9003-18-3 

991 Acrylonitrile+butadiene copolymer 33+67 9003-18-3 

992 Acrylonitrile+butadiene copolymer 46+54 9003-18-3 

993 Acrylonitrile+butadiene copolymer 41+59 9003-18-3 

994 polyvinyl acetate_1 9003-20-7 

995 Polyvinyl Acetate 9003-20-7 

996 polyvinyl acetate_2 9003-20-7 

997 POLY(VINYL ACETATE) 9003-20-7 

998 Vinyl Chloride Copolymer | vinyl acetate 9003-22-9 

999 VINYL CHLORIDE VINYL ACETATE COPOLYMER MEDIUM 
MOLECULAR WEIGHT 

9003-22-9 

1000 polylsobutylene 9003-27-4 

1001 Polyisobutylene 9003-27-4 

1002 POLY(ISO-BUTYLENE) 9003-27-4 

1003 Poly(1-Butene) 9003-28-5 

1004 POLY(BUTENE-1), ISOTACTIC PELLETS 9003-28-5 

1005 polylsoprene_1 9003-31-0 

1006 polylsoprene_2 9003-31-0 

1007 polylsoprene vulcanized 9003-31-0 

1008 POLY(ISOPRENE) 92% CIS-1,4-POLY(ISOPRENE) 9003-31-0 

1009 polyethylacrylate 9003-32-1 

1010 Polyvinylpyrrolidone 9003-39-8 

1011 polyvinyl pyrrolidone_2 9003-39-8 

1012 polyvinyl pyrrolidone_1 9003-39-8 

1013 Polyvinylpyrrolidone_3 9003-39-8 

1014 Poly(Ethyl Methacrylate) 9003-42-3 

1015 polybutylacrylate 9003-49-0 

1016 PS 9003-53-6 

1017 polystyrene_1 9003-53-6 
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1018 polystyrene_3 9003-53-6 

1019 poly(para-xylylene) 9003-53-6 

1020 polystyrene_2 9003-53-6 

1021 Polystyrene, monohydroxy terminated 9003-53-6 

1022 Polystyrene 9003-53-6 

1023 Polystyrene, monomethacrylate terminated 9003-53-6 

1024 Polystyrene, isotactic 90 percent 9003-53-6 

1025 Styrene copolymer | acrylonitrile 9003-54-7 

1026 STYRENE-ACRYLONITRILE COPOLYMER 9003-54-7 

1027 (butadiene-styrene) copolymer 9003-55-8 

1028 Styrene/Butadiene Copolymer 9003-55-8 

1029 Styrene+butadiene copolymer 5+95 9003-55-8 

1030 Styrene+butadiene copolymer 23+77 9003-55-8 

1031 Styrene+butadiene coplolymer 45+55 9003-55-8 

1032 Acrylonitrile/Butadiene/Styrene Resin 9003-56-9 

1033 ABS resine(Acrylonitrile butadiene styrene) 9003-56-9 

1034 Acrylonitrile+butadiene+styrene resin 9003-56-9 

1035 ACRYLONITRILE BUTADIENE STYRENE RESI HIGH IMPACT 9003-56-9 

1036 Poly(N-Butyl Methacrylate) 9003-63-8 

1037 Polybutyl methacrylate 9003-63-8 

1038 Polysorb-1 9003-70-7 

1039 POLYSTYRENE DIVINYL BENZENE BEAD 200-400 MESH 9003-70-7 

1040 Poly(Vinyl Stearate) 9003-95-6 

1041 POLY(VINYLSTEARATE) 9003-95-6 

1042 CELLULOSE, CARBOXYMETHYL, SODIUM SALT 9004-32-4 

1043 sulphite cellulose_1 9004-34-6 

1044 sulphite cellulose_2 9004-34-6 

1045 sulphate cellulose- viscose 9004-34-6 

1046 sulphate cellulose_1 9004-34-6 

1047 sulphate cellulose_2 9004-34-6 

1048 sulphate cellulose_3 9004-34-6 

1049 sulphate cellulose_4 9004-34-6 

1050 sulphate cellulose_5 9004-34-6 

1051 cellulose cotton 9004-34-6 

1052 CELLULOSE, MICROCRYSTALLINE, 100 MICRONS 9004-34-6 

1053 Cellulose acetate 9004-35-7 

1054 acetate cellulose 9004-35-7 

1055 acetate-butyrate cellulose 9004-36-8 

1056 CELLULOSE ACETATE PHTHALATE 9004-38-0 

1057 Cellulose Propionate 9004-39-1 

1058 Ethylcellulose 9004-57-3 

1059 ETHYL CELLULOSE, STANDARD 9004-57-3 

1060 ETHYL HYDROXYETHYL CELLULOSE, EXTRA LOW VISCOSITY 9004-58-4 

1061 HYDROXYETHYLCELLULOSE, POWDER, M.W. 24,000-27,000 9004-62-0 

1062 Hydroxypropyl Cellulose 9004-64-2 

1063 HYDROXYPROPYL METHYL CELLULOSE 9004-65-3 

1064 MetrhylCellulose 9004-67-5 
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1065 POLYMETHYLHYDROSILOXANE 9004-73-3 

1066 Polyglykol M 7000FL 9004-74-4 

1067 POLY(ETHYLENE GLYCOL MONO-METHYL ETHER) 9004-74-4 

1068 Polyethylene Glycol 200 Dibenzoate 9004-86-8 

1069 Polyethylene glycol octadecyl ether 9005-00-9 

1070 Polysorbate 20 9005-64-5 

1071 Polysorbate 80 9005-65-6 

1072 Polyoxyethylene sorbitan trioleate 9005-70-3 

1073 glycogen 9005-79-2 

1074 (methylmethacrylate-styrene-acrylonitrile) copolymer_1 9006-21-7 

1075 (methylmethacrylate-styrene-acrylonitrile) copolymer_2 9006-21-7 

1076 (methylmethacrylate-styrene-acrylonitrile) copolymer_3 9006-21-7 

1077 polyhexamethylenesebacateamide 9008-66-6 

1078 POLY(HEXAMETHYLENE SEBACAMIDE) 9008-66-6 

1079 POLYURETHANE FOAM 9009-54-5 

1080 Zein 9010-66-6 

1081 Vinylidene Chloride/Acrylonitrile Copolymer 9010-76-8 

1082 Ethylene/Acrylic acid Copolymer 9010-77-9 

1083 Ethylene/Propylene Copolymer 9010-79-1 

1084 (ethylene-propylene) copolymer 9010-79-1 

1085 Poly(isobutylene-co-isoprene) 9010-85-9 

1086 Ethylene/Ethyl Acrylate Copolymer 9010-86-0 

1087 ETHYLENE ACRYLIC ACID COPOLYMER ACRYLIC ACID 20% 9010-86-0 

1088 (chloroprene-dichlorobutadiene) copolymer_1 9010-98-4 

1089 polychloroprene_1 9010-98-4 

1090 polychloroprene_2 9010-98-4 

1091 polychloroprene_3 9010-98-4 

1092 polychloroprene_4 9010-98-4 

1093 polychloroprene_5 9010-98-4 

1094 polychloroprene_6 9010-98-4 

1095 POLY(2-CHLORO-1,3-BUTADIENE) 9010-98-4 

1096 STYRENE MALEIC ANHYDRIDE COPOLYMER AMW 2550 9011-13-6 

1097 polymethylmethacrylate_1 9011-14-7 

1098 polymethylmethacrylate_2 9011-14-7 

1099 polymethylmethacrylate_3 9011-14-7 

1100 polymethylmethacrylate_4 9011-14-7 

1101 polymethylmethacrylate_5 9011-14-7 

1102 polymethylmethacrylate_6 9011-14-7 

1103 polymethylmethacrylate_7 9011-14-7 

1104 polymethylmethacrylate resin_1 9011-14-7 

1105 polymethylmethacrylate resin_2 9011-14-7 

1106 polymethylmethacrylate resin_3 9011-14-7 

1107 polymethylmethacrylate resin_4 9011-14-7 

1108 polymethylmethacrylate resin_5 9011-14-7 

1109 PLEXIGLAS COLORLESS ACRYLIC PLASTIC SHEET 9011-14-7 

1110 POLY(METHYL METHACRYLATE), BEAD POLYMER INTRINSIC 
VISCOSITY 0.2 

9011-14-7 

1111 Poly(Isobutyl Methacrylate) 9011-15-8 
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1112 Methyl Vinyl Ether/Maleic Anhydride 9011-16-9 

1113 Nylon 6/10 9011-52-3 

1114 Butyl Methacrylate/Isobutyl Methacrylate Copolymer 9011-53-4 

1115 agarose 9012-36-6 

1116 Chitosan 9012-76-4 

1117 CHITOSAN POWDER, PURIFIED 9012-76-4 

1118 diethylaminoethyl cellulose 9013-34-7 

1119 DIETHYLAMINOETHYLCELLULOSE 9013-34-7 

1120 polydimethylsiloxane 9016-00-6 

1121 POLY[METHYLENE(POLYPHENYLISOCYANATE)] 9016-87-9 

1122 POLY(4-VINYLPYRIDINE, DIVINYL BENZENE, 2%), BEADS 9017-40-7 

1123 N-Phenyl-1-Naphthylamine 90-30-2 

1124 Poly(2-vinylpyridine), linear 9037-95-0 

1125 Hydroxybutylmethylcellulose 9041-56-9 

1126 poly(1,3 -phenylene-oxide) 9041-80-9 

1127 dextran 9048-71-9 

1128 Poly(vinyl cinnamate) 9050-06-0 

1129 dextran epichlorohydrin linked 9050-94-6 

1130 (butadiene-methylstyrene) copolymer 9052-61-3 

1131 (acrylonitrile-butadiene-styrene) copolymer_2 9052-77-1 / 9003-56-
9 

1132 (acrylonitrile-butadiene-styrene) copolymer 9052-77-1 / 9003-56-
9 

1133 (styrene-acrylonitrile) copolymer_1 9058-15-5 / 9003-54-
7 

1134 (styrene-acrylonitrile) copolymer_2 9058-15-5 / 9003-54-
7 

1135 2,4,6-Tris(Dimethylaminomethyl)Phenol 90-72-2 

1136 benzoguanamine 91-76-9 

1137 Dimethyl methanesulfonamide(DMMSAM) 918-05-8 

1138 3,3'-DICHLOROBENZIDINE 91-94-1 

1139 3,3',4,4'-Biphenyltetramine 91-95-2 

1140 Sebacohydrazide 925-83-7 

1141 2-ETHYL-4-METHYLIMIDAZOLE 931-36-2 

1142 (ethylene oxide)-(propylene oxide) copolymer_1 93358-01-1 

1143 (ethylene oxide)-(propylene oxide) copolymer_4 93358-01-1 

1144 (ethylene oxide)-(propylene oxide) copolymer_2 93358-01-1 

1145 (ethylene oxide)-(propylene oxide) copolymer_3 93358-01-1 

1146 Vinyl 2-Ethylhexanoate 94-04-2 

1147 2-Phenylindole 948-65-2 

1148 N-tert-BUTYL-2-BENZOTHIAZOLESULFENAMIDE 95-31-8 

1149 N-CYCLOHEXYL-2-BENZOTHIAZOLESULFENAMIDE 95-33-0 

1150 2-Methylhydroquinone 95-71-6 

1151 BIS(HYDROXYETHYL) TEREPHTHALATE 959-26-2 

1152 Limonene dioxide 96-08-2 

1153 1-Thioglycerol 96-27-5 

1154 2-Butanone Oxime 96-29-7 

1155 1-Ethenyl-4-[(2,2,2-trifluoroethoxy)methyl]benzene 96411-51-7 
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1156 4,4'-THIOBIS(6-tert-BUTYL-o-CRESOL) 96-66-2 

1157 4,4'-Thiobis(2-Tert-Butyl-5-Methylphenol) 96-69-5 

1158 DIPENTAMETHYLENE THIURAM HEXASULFIDE 971-15-3 

1159 ITACONIC ACID 97-65-4 

1160 TETRAMETHYLTHIURAM MONOSULFIDE 97-74-5 

1161 Isobutyl Methacrylate 97-86-9 

1162 Ethylene glycol dimethacrylate 97-90-5 

1163 PEO 9 triethoxysilane 97969-60-3 

1164 4-tert-BUTYL-o-CRESOL 98-27-1 

1165 α-Methylstyrene 98-83-9 

1166 Polyethylene glycol maleimide 99126-64-4 

1167 Methyl Gallate 99-24-1 

1168 p-sec-BUTYLPHENOL 99-71-8 

1169 Diallyl Maleate 999-21-3 

1170 ALLYL ACRYLATE 999-55-3 

1171 2-Hydroxypropyl Acrylate 999-61-1 

1172 Hexamethyldisilazane 999-97-3 

1173 Loxiol HOB 7107 No 

1174 TLP-2030 No 

1175 Loxiol G-70 No 

1176 Loxiol G-705 No 

1177 Pluriol A 1020 E No 

1178 Aesno TL No 

1179 Loxiol HOB 7111 No 

1180 Monafax 939 No 

1181 Loxiol 2063 No 

1182 Fascat 4201 No 

1183 AS-1550 No 

1184 Tegomer E-Si-2330 No 

1185 Kynar 285-00 No 

1186 Nylon11 + low viscosity resin No 

1187 Oxidized polyethylene wax No 

1188 Aristowax 165 No 

1189 Organic PVC heat stabilizer No 

1190 Hylar MP20 No 

1191 Solef-HP10 No 

1192 K-460 No 

1193 Styrene co MA trimethoxysilane No 

1194 Acrawax C No 

1195 Seenox 412S No 

1196 Solef PVDF 1010 No 

1197 Stearyl polyacrylate No 

1198 High ethylene RCP No 

1199 Irganox PS802 No 

1200 Finaprene 602D No 

1201 Chemax OP 10 No 

1202 HDPE 1288 No 
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1203 Kynar 1000 No 

1204 Polypropylene 4620WZ No 

1205 Polymethylmethacrylate No 

1206 Lotryl 24MA005 No 

1207 RC-10089 No 

1208 Besno 01963 No 

1209 Plurafac A-38 prill No 

1210 Poly[dimethylsiloxane-co-(3-aminopropyl)methylsiloxane] No 

1211 Kynar 2750-01 No 

1212 KANE ACE B-11 No 

1213 Fascat 4350 No 

1214 Epikote Resin 1004 No 

1215 AC-316A No 

1216 SMA 3000 No 

1217 Aesno P40 ITL No 

1218 Copolymer [styrene-co-phosphonic diacid monomer] No 

1219 A 20 No 

1220 H 38, Nylon 6 Nylon 66 copolymer No 

1221 Finaprene 502 No 

1222 Low ethylene RCP No 

1223 Polypropylene 3429 No 

1224 POLY(BUTADIENE), CIS No 

1225 Polyglycol AA 2000 No 

1226 Aesno P40 TL No 

1227 PMMA carboxylic acid end group No 

1228 Finaprene 411 No 

1229 Besno 20 TL No 

1230 HDPE 5502 No 

1231 SMA EF40 No 

1232 Fina 620PO No 

1233 Fina 960E No 

1234 HDPE 2287 No 

1235 Perspex CP-924 No 

1236 PMMA C8F17 end group No 

1237 Fina 965E No 

1238 RDG-214 No 

1239 K-120 No 

1240 SMA 2000 No 

1241 K-125 No 

1242 PIB-PEO-PIB No 

1243 Kynar 2500-20 No 

1244 Fascat 2003 No 

1245 Fina homopolymer No 

1246 Fina 625PO No 

1247 PEG α-aminohydrochloride-ω-hydroxyethyl No 

1248 Fina 830PO No 

1249 Besno P40 TL No 
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1250 Fina 58B No 

1251 RDG-219 No 

1252 H-30, Nylon 6 Nylon 66 copolymer No 

1253 POLY(ISOPRENE), TRANS No 

1254 Copolymer ethylene-stat-glycidyl methacrylate No 

1255 Copolymer MMA-stat-DCPOEMA No 

1256 MMA co TMI No 

1257 Fina 517W No 

1258 Lotader AX8840 No 

1259 High impact polystyrene and PMMA blend 20%PMMA No 

1260 Orgalloy LT 50+50 No 

1261 Fina 680PO No 

1262 BMN P10, BLK TLD-1 No 

1263 Besno P40 TLX 05 No 

1264 Besno P40 TLM No 

1265 Finaclear 520 No 

1266 Poly(dodecyl vinyl ether-alt-maleic anhydride) No 

1267 PEG 2000 dibromo No 

1268 Clearstrength 380 No 

1269 Clearstrength C223 No 

1270 Cyasorb UV-531 No 

1271 RDG-162, Besto P40 TL 3 No 

1272 Plastistrength P501 No 

1273 KM-330 No 

1274 KANE ACE B-22 No 

1275 Clearstrength C202 No 

1276 Besno P40 TL PE, end vis-extruder 1 No 

1277 PEG C2 phosphonic succinic acid No 

1278 Finaprene 401 No 

1279 Besno P40 TL3 No 

1280 High impact polystyrene and PMMA blend 35%PMMA No 

1281 Dodecyl vinyl ether itaconic anhydride copolymer No 

1282 PDMS di-SiH No 

1283 EXL 3361 No 

1284 Monamid 759 No 

1285 Blendex 435 No 

1286 K-120ND No 

1287 SMA 1440 No 

1288 Solarkote H No 

1289 Monaterge LF 945 No 

1290 EXL 2600 No 

1291 Clearstrength C100 No 

1292 Nylon 6 Nylon 66 Nylon 12 No 

1293 HEMA co-Methacrylic acid (90+10 molar ratio) No 

1294 MMA-co-Styphos ME copolymer (90+10 molar) No 

1295 KM-323B No 

1296 SMA 17352 No 
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1297 E-900 No 

1298 Clearstrength C110 No 

1299 Durastrength D-200L No 

1300 Clearstrength L1000 No 

1301 Clearstrength C303H No 

1302 SMA 1000 No 

1303 K-175 No 

1304 Copolymer methylmethacrylate-stat-butylmethacrylate No 

1305 BTA III F No 

1306 Durastrength D-200 No 

1307 AO-14-2 No 

1308 Calsoft L-40 No 

1309 Plastistrength L1000 No 

1310 Clearstrength C102 No 

1311 Berol 563 No 

1312 Plastistrength P700 No 

1313 FM-20 No 

1314 EXL 3647 No 

1315 Clearstrength W500 No 

1316 KM-941 No 

1317 EXL 3330 No 

1318 KANE ACE B-12 No 

1319 Plexiglas CP-1000-E No 

1320 Oligo polypropylene methallyl end group No 

1321 Fascat 4100 No 

1322 PV-1003 No 

1323 Polytetramethylene glycol 1000 No 

1324 Plasticized Nylon 6,6,6 No 

1325 Monamid 150 ADY No 

1326 PEG thiol No 

1327 Berol 226 No 

1328 Igepal CO-710 No 

1329 Exxon A-17-2 No 

1330 PMMA phosphonic acid end group No 

1331 PEO 10 triethoxysilane chlorinated No 

1332 Methylmethacrylate-stat-hydroxyethylmethacrylate-blocked-mesyl-stat-
perfluorooctyl ethyl methacrylate 

No 

1333 KANEKA CPVC H727 No 

1334 Dioctyltin-S,O-mercaptoacetate (cyclic) No 

1335 Ammonyx Mo No 

1336 Amino polybutadiene No 

1337 Igepal CO-520 No 

1338 Bayer FT-248 No 

1339 EXL 5375 No 

1340 Irganox 1135 No 

1341 Biosoft N300 No 

1342 Varox 365 No 

1343 MPD91 acrylic and styrene copolymer No 
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1344 PEG thioacetic acid No 

1345 PEG tridecafluoro-1-octanethioether No 

1346 Aerosol A-103 No 

1347 CNF-1727 No 

1348 Carboxyl terminated polyester with a polyepoxy, coating formulation No 

1349 SMA Imide No 

1350 Rewoteric AM No 

1351 TCDM bistrimethoxysilane No 

1352 Polylactic acid 4000-block-polylactic acid 4000 No 

1353 Copolymer propylacrylamide-stat-silyated phosphine methacrylate No 

1354 Bayer FT-248R No 

1355 Polystyrene sulfonate No 

1356 Irganox 1010 No 

1357 Amphoteric 400 No 

1358 Araldite MY721 No 

1359 PVDF+PMMA 70+30 wt% No 

1360 Irganox 245 No 

1361 Cyasorb UV-511 No 

1362 Poly(4-vinylpyridine-co-butyl methacrylate) 90+10 No 

1363 Iganox 1222 No 

1364 Surmax C 727 No 

1365 Irgafos 38 No 

1366 Polymer 1195 No 

1367 Polytetramethylene glycol 2000 solid No 

1368 Polymer 1190 No 

1369 Tinuvin 5251 No 

1370 Bis(2-hydroxyethyl)(methylsulfonyl)amine No 

1371 PENTAERYTHRITOL ESTER OF ROSIN No 

1372 GLYCERIN ESTER OF ROSIN No 

1373 ACETAL No 

1374 ACRYLATE STYRENE ACRYLONITRILE (ASA) No 

1375 ALGIN No 

1376 AOD ALLOOCIMENE DIEPOXIDE No 

1377 BIO BEADS S-X1 STYRENE-DVB No 

1378 BIO BEADS S-X12 STYRENE-DVB No 

1379 BIO BEADS S-X16 STYRENE-DVB No 

1380 BIO BEADS S-X2 STYRENE-DVB No 

1381 BIO BEADS S-X3 STYRENE-DVB No 

1382 BIO BEADS S-X4 STYRENE-DVB No 

1383 BIO BEADS S-X6 STYRENE-DVB No 

1384 BIO BEADS S-X8 STYRENE-DVB No 

1385 BIO BEADS S-X8.6 STYRENE-DVB No 

1386 BISPHENOL A DIACRYLATE, ETHOXYLATED No 

1387 BISPHENOL A DIMETHACRYLATE, ETHOXYLATED No 

1388 BISPHENOL A EPICHLOROHYDRIN LIQUID EPOXY No 

1389 BISPHENOL A PROPOXYLATE No 

1390 BISPHENOL A, DIACRYLATE No 
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1391 BISPHENOL A, HYDROGENATED No 

1392 BISPHENOL F DIGLYCIDYL ETHER No 

1393 DEHYDRATED CASTOR OIL FATTY ACID EPOXY ESTER No 

1394 DEXTRAN SULFATE, SODIUM SALT No 

1395 DEXTRAN, BLUE No 

1396 EPOXY ESTER EMULSION No 

1397 ESTER GUM No 

1398 ESTER GUM-P.E. No 

1399 ETHOXYLATED BISPHENOL A No 

1400 GELATIN, PURIFIED, CALFSKIN No 

1401 HYDROXYPROPYL STARCH, 0.4 DEGREE OF SUBSTITUTION No 

1402 ISOPRENE ACRYLONITRILE LATEX HIGH SOLIDS No 

1403 OLEFIN (C24-C28) No 

1404 OLEFIN (C30+) No 

1405 PARAFFIN WAX, REFINED MP 127F No 

1406 PARAFFIN WAX, REFINED MP 131F No 

1407 PARAFFIN WAX, REFINED MP 135F No 

1408 PARAFFIN WAX, REFINED MP 141F No 

1409 PARAFFIN WAX, REFINED MP 145F No 

1410 SOYBEAN OIL, EPOXIDIZED No 

1411 STYRENE-MALEIC ANHYDRIDE, 50% GLASS No 

1412 URETHANE OIL-MODIFIED No 

1413 URETHANE, FOAM RIGID No 

1414 URETHANE, RUBBER SULFUR-CURABLE No 

1415 POLY(STYRENE-1% OXAZOLINE) No 

1416 POLYCARBONATE, 20% GLASS No 

1417 POLY(STYRENE), 60% ISOTACTIC No 

1418 POLYAMIDE-NYLON, 30% GLASS FIBER No 

1419 POLYETHERSULFONE, 40% GLASS FIBER No 

1420 POLY(OXYPHENYLENE)-50% WITH POLYSTYRENE AND 
PIGMENTS 

No 

1421 POLYCARBONATE RESIN 10% GLASS REINFORCED No 

1422 POLY(ETHYLENEIMINE), 30% AQUEOUS M.W. 50,000 No 

1423 POLYAMIDE-NYLON 6 12, 20% GLASS FIBER No 

1424 POLY(VINYL METHYL ETHER) 50% SOLUTION IN WATER No 

1425 POLYESTER THERMOPLASTIC, 20% GLASS REINFORCED No 

1426 POLY(BUTADIENE-MALEIC ACID), 42% SOLIDS IN WATER No 

1427 POLY(VINYL ALCOHOL) AMW 3000, 75% HYDROLYZED No 

1428 POLY(VINYL ALCOHOL) AMW 2000, 75% HYDROLYZED No 

1429 POLY(BUTADIENE), CIS AND TRANS 20% CIS, 60% TRANS, 20% 
1,2-ADDITION 

No 

1430 POLY(VINYL ALCOHOL) AMW 88,000, 98% HYDROLYZED No 

1431 POLY(VINYL ALCOHOL) AMW 95,000, 96% HYDROLYZED No 

1432 POLY(VINYL ALCOHOL) AMW 16,000, 98% HYDROLYZED No 

1433 POLY(VINYL ALCOHOL) AMW 10,000, 88% HYDROLYZED No 

1434 POLY(VINYL ALCOHOL) AMW 96,000, 88% HYDROLYZED No 

1435 POLY(VINYL ALCOHOL) AMW 14,000, 100% HYDROLYZED No 

1436 POLY(VINYL ALCOHOL) AMW 126,000, 98% HYDROLYZED No 



 
 

2033 Gateway Place, Suite 500, San Jose, CA 95110, USA 

 

33 
 

1437 POLY(VINYL ALCOHOL) AMW 86,000, 100% HYDROLYZED No 

1438 POLY(VINYL ALCOHOL) AMW 125,000, 88% HYDROLYZED No 

1439 POLY(VINYL ALCOHOL) AMW 115,000, 100% HYDROLYZED No 

1440 POLY(VINYL CHLORIDE-VINYL ACETATE), 3% VINYL ACETATE No 

1441 POLY(ETHYLENE), CHLORINATED CHLORINE 48% No 

1442 POLY(ETHYLENE), CHLORINATED CHLORINE 25% No 

1443 POLY(ETHYLENE), CHLORINATED CHLORINE 42% No 

1444 POLY(ETHYLENE), CHLORINATED CHLORINE 36% No 

1445 POLYURETHANE, LINSEED OIL BASED SOLIDS 50% IN MINERAL 
SPIRITS 

No 

1446 POLYURETHANE, LINSEED OIL BASED SOLIDS 60% IN MINERAL 
SPIRITS 

No 

1447 POLY(METHYL ACRYLATE-METHACRYLIC ACID, 50%) No 

1448 POLY(ETHYLENEIMINE, HYDROXYETHYLATED), 31% SOLIDS IN 
WATER 

No 

1449 POLYESTER (POLYETHYLENE TEREPHTHALATE), 30% GLASS 
FIBER 

No 

1450 POLYURETHANE, SAFFLOWER OIL BASED SOLIDS 50% IN 
MINERAL SPIRITS 

No 

1451 POLYURETHANE, SAFFLOWER OIL BASED SOLIDS 55% IN 
MINERAL SPIRITS 

No 

1452 POLY(ACRYLAMIDE-ACRYLIC ACID SODIUM SALT) 10% 
CARBOXYL 

No 

1453 POLY(AZELAIC ANHYDRIDE), CARBOXY TERMINATED 7% 
CARBOXY 

No 

1454 POLY(2-VINYLPYRIDINE) POLY(STYRENE) COPOLYMER 30% 
STYRENE 

No 

1455 POLY(METHYL ACRYLATE, METHYL METHACRYLATE, 
METHACRYLIC ACID, 33%) 

No 

1456 POLYMETHYLENE POLYANILINE CURING AGENT No 

1457 POLY(ETHYLENE SUCCINATE) No 

1458 POLY(OCTADECYL METHACRYLATE) No 

1459 POLY(VINYL METHYL ETHER-MONOBUTYL MALEATE) No 

1460 POLY(ETHYLENE GLYCOL DIACRYLATE) 200 No 

1461 POLY(VINYL ALCOHOL) SUPERHYDROLYZED, MEDIUM 
MOLECULAR WEIGHT 

No 

1462 POLY(ETHYLENE GLYCOL 600 DISTEARATE) No 

1463 POLY(ETHYLENE GLYCOL 200 DIGLYCIDYL ETHER), TECHNICAL No 

1464 POLYOXYETHYLENE BIS(6-AMINOHEXYL) FROM PEG 3500 No 

1465 POLY(p-NITROSTYRENE) No 

1466 POLYGLYCOL DIEPOXIDE RESIN FLEXIBLE No 

1467 POLYPROPYLENE GLYCOL MONOMETHACRYLATE No 

1468 POLY(HEXAMETHYLENE SEBACATE) No 

1469 POLYURETHANE, FOAM MICROCELLULAR No 

1470 POLY(ETHYLENE GLYCOL 400 DIMETHACRYLATE) No 

1471 POLYSILOXANE, HIGHLY PHENYLATED No 

1472 POLYMERCAPTAN RESIN LOW MOLECULAR WEIGHT, HIGH 
FUNCTIONALITY 

No 

1473 POLYETHER POLYURETHANE THERMOPLASTIC No 

1474 POLY(gamma-BENZYL-L-GLUTAMATE) No 

1475 POLYCARBONATE DIOL No 
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1476 POLY(VINYL ISOBUTYL ETHER) No 

1477 POLY(DIPROPYLENE GLYCYL PHENYL PHOSPHITE) No 

1478 POLY(DIMETHYLSILOXANE-ETHYLENE OXIDE) No 

1479 POLYCARBONATE DIOL, HYDROXYL TERMINATED LOW 
MELTING POINT 

No 

1480 POLYETHYLENE CARBONATE No 

1481 POLY(VINYL ALCOHOL), CYANOETHYLATED No 

1482 POLYURETHANE FILM No 

1483 POLYESTER RESIN UNSATURATED No 

1484 POLY-4-(2-ACRYLOXYETHOXY)-2-HYDROXYBENZOPHENONE No 

1485 POLYTETRAMETHYLENEOXIDE-1-p-AMINOBENZOATE No 

1486 POLY(TRIMETHYLENE ADIPATE) No 

1487 POLYTHIOETHER TRIOL No 

1488 POLY-L-LEUCINE No 

1489 POLYTHIOETHER DIOL No 

1490 POLY(N-VINYL-5-METHYL-2-OXAZOLIDINONE) No 

1491 POLYTHIOETHER POLYOL HYDROXYL NUMBER 95 No 

1492 POLY(VINYL METHYL KETONE) No 

1493 POLY(PIVALOLACTONE) No 

1494 POLYCARBONATE DIOL, HYDROXYL TERMINATED HIGH 
MELTING POINT 

No 

1495 POLY(4-VINYLPYRIDINE), LINEAR No 

1496 POLY(4-VINYLPYRIDINE-STYRENE) (90 10) No 

1497 POLY(ACRYLONITRILE-4-VINYLPYRIDINE) No 

1498 POLY(STYRENE), DICARBOXY TERMINATED No 

1499 POLY(STYRENE), GENERAL PURPOSE EXPANDABLE No 

1500 POLY(STYRENE SULFONIC ACID, SODIUM SALT), COMPLETELY 
SULFONATED 

No 

1501 POLY(HYDROXYETHYL METHACRYLATE, METHACRYLIC ACID) No 

1502 POLYVINYLPYRROLIDONE VINYL ACETATE COPOLYMER 60 40 
COPOLYMER 

No 

1503 POLY(GLYCOL ETHER) No 

1504 POLY(VINYLPYRROLIDONE VINYL ACETATE) (60 40) No 

1505 POLY(n-PROPYL METHACRYLATE) No 

1506 POLYETHERSULPHONE 200 GRADE No 

1507 POLYETHERSULPHONE 300 GRADE No 

1508 POLY(n-BUTYL METHACRYLATE-ISO-BUTYL METHACRYLATE 50 
50)-BEADS 

No 

1509 POLY(sec-BUTYL METHACRYLATE) No 

1510 POLY(ETHYLENE GLYCOL-TEREPHTHALATE) No 

1511 POLYACRYLAMIDE, HOMOPOLYMER GRANULAR,THICKENING 
AGENT 

No 

1512 POLY(TETRAMETHYLENE ETHER GLYCOL) AMW 1030 No 

1513 POLY(ISOBUTYL METHACRYLATE) HIGH MOLECULAR WEIGHT No 

1514 POLY(ISOBUTYLENE) HIGH MOLECULAR WEIGHT No 

1515 POLY(ETHYLENE GLYCOL 600 DIMETHACRYLATE) No 

1516 POLYESTER RESIN NON-INHIBITED No 

1517 POLY(1-BUTENE), ISOTACTIC MEDIUM MOLECULAR WEIGHT No 

1518 POLY(1-BUTENE), ISOTACTIC LOW MOLECULAR WEIGHT No 
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1519 POLY(ETHYLOXAZOLINE) No 

1520 POLY(ETHYLENE OXIDE) AMW 900,000 No 

1521 POLY(ETHYLENE OXIDE) AMW 4,000,000 No 

1522 POLY(ETHYLENE OXIDE) AMW 600,000 No 

1523 POLY(ETHYLENE GLYCOL) No 

1524 POLY(ETHYLENE OXIDE) AMW 100,000 No 

1525 POLYOXYETHYLENE BIS(p-TOLUENESULFONATE) FROM PEG 
3500 

No 

1526 POLY(VINYLIDENE CHLORIDE-ACRYLONITRILE) 80 20 No 

1527 POLY(EPICHLOROHYDRIN) No 

1528 POLY(ETHYL METHACRYLATE) VERY HIGH MOLECULAR WEIGHT No 

1529 POLY(DIMETHYLOLUREA) No 

1530 POLY(STYRENE BUTYL METHACRYLATE 70 30) No 

1531 POLY(CHLOROPRENE) CATIONIC, DISPERSION No 

1532 POLY(STYRENE-METHYL METHACRYLATE 70 30) No 

1533 POLYOXYPROPYLENE POLYETHER, BASED ON METHYL 
GLUCOSIDE 

No 

1534 POLY(METHYL METHACRYLATE) MEDIUM MOLECULAR WEIGHT No 

1535 POLYVINYLPYRROLIDONE, SPECIAL GRADE No 

1536 POLY(CHLOROSTYRENE), MIXED ISOMERS, LINEAR No 

1537 POLY(VINYL CHLORIDE) ACRYLIC-MODIFIED No 

1538 POLY(VINYL CHLORIDE) FILM, SEMI-RIGID No 

1539 POLY(VINYL CHLORIDE) FILM, FOR FULL OVERWRAP No 

1540 POLYTERPENE RESIN MELTING POINT 25C No 

1541 POLYTERPENE RESIN MELTING POINT 40C, HYDROCARBON 
THERMOPLASTIC TERPENE RESIN 

No 

1542 POLYTERPENE RESIN MELTING POINT 10C No 

1543 POLY(VINYL CHLORIDE) ACRYLIC ALLOY No 

1544 POLY(ACRYLONITRILE-METHYL ACRYLATE 94 6) No 

1545 POLY(ETHYLENE OXIDE) AMW 200,000 No 

1546 POLY(ETHYLENE) AQUEOUS DISPERSION, MEDIUM MOLECULAR 
WEIGHT 

No 

1547 POLY(ETHYLENE) COPOLYMER ACETOXYLATED No 

1548 POLY(VINYL CHLORIDE) HOMOPOLYMER LOW MOLECULAR 
WEIGHT 

No 

1549 POLY(VINYL CHLORIDE) MODIFIED RESIN POLYMERIZED IN A 
SUSPENSION SYSTEM 

No 

1550 POLY(ISOBUTYLENE) LOW MOLECULAR WEIGHT No 

1551 POLY(VINYL CHLORIDE) PLUS CHLORINATED POLYETHYLENE No 

1552 POLY(VINYL CHLORIDE) HIGH MOLECULAR WEIGHT No 

1553 POLY(VINYL CHLORIDE) VERY HIGH MOLECULAR WEIGHT No 

1554 POLY(ISOPRENE), CIS No 

1555 POLY(VINYL BUTYRAL) LOW MOLECULAR WEIGHT No 

1556 POLY(VINYL BUTYRAL) AMW 36,000 No 

1557 POLY(ACRYLIC ACID) AMW 250,000 No 

1558 POLY(VINYL CHLORIDE), PLUS CHLORINATED POLYETHYLENE No 

1559 POLY(1,2-BUTADIENE), SYNDIOTACTIC No 

1560 POLY(VINYL ACETATE) MEDIUM MOLECULAR WEIGHT No 

1561 POLY(VINYL ACETATE) LOW MOLECULAR WEIGHT No 
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1562 POLY(ACETAL), UNREINFORCED No 

1563 POLY(ACETAL), WITH SPECIAL ADDITIVES No 

1564 POLY(ACETAL), REINFORCED No 

1565 POLY(VINYL ACETATE) BEADS No 

1566 POLY(VINYL ACETATE) HIGH MOLECULAR WEIGHT No 

1567 POLY(BUTADIENE), CARBOXY TERMINATED, RESIN HIGH VINYL 
CONTENT, AMW 2000 

No 

1568 POLY(BUTADIENE), CARBOXY TERMINATED, RESIN HIGH VINYL 
CONTENT, AMW 1000 

No 

1569 POLY(BUTADIENE), RESIN HIGH VINYL CONTENT, AMW 3000 No 

1570 POLY(BUTADIENE), RESIN HIGH VINYL CONTENT, AMW 1000 No 

1571 POLY(VINYL ALCOHOL) TACKIFIED No 

1572 POLY(VINYL ALCOHOL) TACKIFIED, HIGH VISCOSITY No 

1573 POLY(BUTADIENE), RESIN HIGH VINYL CONTENT, AMW 2000 No 

1574 POLY(VINYL ALCOHOL-VINYLACETATE) No 

1575 POLY(DL-LACTIDE)-CO-GLYCOLIDE, 70 30 No 

1576 POLY(BUTADIENE-ACRYLONITRILE-ACRYLIC ACID), .06 
CARBOXY EQUIV. 100G 

No 

1577 POLY(ETHYLENE-METHACRYLATE) No 

1578 POLY(VINYL OCTADECYL CARBAMATE) No 

1579 POLYCARBONATE RESIN VERY HIGH MOLECULAR WEIGHT No 

1580 POLY(ETHYLENE-VINYL ALCOHOL) COPOLYMER No 

1581 POLY(ETHYLENEIMINE, HYDROXYETHYLATED), M.W. 2000 No 

1582 POLYCARBONATE RESIN ULTRA HIGH MOLECULAR WEIGHT No 

1583 POLY(1-BUTENE), ISOTACTIC HIGH MOLECULAR WEIGHT No 

1584 POLY(STYRENE SULFONIC ACID, SODIUM SALT), CROSSLINKED No 

1585 POLY(HEXAMETHYLENE ADIPAMIDE CAPROLACTAM) 
COPOLYMER 

No 

1586 POLYACRYLAMIDE_3 9003-05-8 

1587 POLY(cis-1,4-BUTADIENE) No 

1588 POLY(ETHYLENE-METHACRYLIC ACID), ZINC SALT No 

1589 POLY(METHYL METHACRYLATE) LOW MOLECULAR WEIGHT No 

1590 POLY(METHYL METHACRYLATE) VERY HIGH MOLECULAR 
WEIGHT 

No 

1591 POLY(PROPYLENE), CHLORINATED No 

1592 POLY(ISOPRENE), CHLORINATED No 

1593 POLY(METHYL METHACRYLATE n-BUTYL METHACRYLATE) No 

1594 POLY(METHYL VINYL ETHER MALEIC ACID), POWDER No 

1595 POLYTERPENE RESIN MELTING POINT 115C No 

1596 POLY(STYRENE) VIRGIN No 

1597 POLYIMIDE THERMOPLASTIC, HIGH STRENGTH No 

1598 POLY(STYRENE), HIGH IMPACT NATURAL No 

1599 POLYSTYRENE BEADS, ULTRAFINE POWDER No 

1600 POLYSTYRENE DIVINYL BENZENE, 1.8 DVB, 60-80 MESH No 

1601 POLY(STYRENE), STANDARD No 

1602 POLY(PROPYLENE), ISOTACTIC FDA APPROVED No 

1603 POLY(PROPYLENE) DRY AND WET-HEAT GRADE No 

1604 POLY(PROPYLENE-ETHYLENE-ACRYLIC ACID) No 

1605 POLY(PROPYLENE) HIGH MOLECULAR WEIGHT No 
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1606 POLY(PROPYLENE) HEAT RESISTANT No 

1607 POLY(PROPYLENE-ACRYLIC ACID) No 

1608 POLY(ETHYLENE OXIDE) AMW 5,000,000 No 

1609 POLY(ETHYLENE GLYCOL) AMW 6000-7500 No 

1610 POLYETHYLENE GLYCOL 6000 DISTEARATE No 

1611 POLY(N-VINYLPYRROLIDONE STYRENE) No 

1612 POLY(PROPYLENE), FILM HIGH SHRINKABLE No 

1613 POLY(ETHYLENE), RESIN LINEAR, FDA APPROVED No 

1614 POLY(HEXAMETHYLENE TEREPHTHALAMIDE) No 

1615 POLY(DIMETHYLDIPHENYLSILOXANE) No 

1616 POLY(HEXAMETHYLENE DODECANEDIAMIDE) No 

1617 POLY(PROPYLENE), AMORPHOUS No 

1618 POLYMETHYLPHENYLSILOXANE No 

1619 POLY(PROPYLENE), AMORPHOUS LOW MOLECULAR WEIGHT No 

1620 POLY(OCTADECYL ACRYLATE) SECONDARY STANDARD No 

1621 POLY(VINYL BEHENATE) No 

1622 POLY(ETHYLENE GLYCOL 200 DISTEARATE) No 

1623 POLY(ETHYLENE-VINYL ALCOHOL) No 

1624 POLY(ETHYLENE VINYL ACETATE) HPLC GRADE, 20 MICRONS No 

1625 POLY(ETHYLENE-ACRYLIC ACID 92 8) No 

1626 POLY(ETHYLENE-METHACRYLIC ACID) 90 10 No 

1627 POLY(BUTADIENE), POLYMERIZED No 

1628 POLY(cis and trans-1,4-BUTADIENE) No 

1629 POLYSULFONE RESIN AMW 30,000 No 

1630 POLYSULFONE RESIN AMW 1700 No 

1631 POLY(ETHYLENE) HIGH DENSITY No 

1632 POLY(ETHYLENE) HEXENE-1 COPOLYMER HIGH DENSITY No 

1633 POLY(ETHYLENE), RESIN POWDERED No 

1634 POLY(ETHYLENE) UNFILLED CROSSLINKABLE No 

1635 POLY(STYRENE-MALEIC ANHYDRIDE) No 

1636 POLY(ETHYLENE) LOW DENSITY No 

1637 POLY(ETHYLENE), RESIN LINEAR No 

1638 POLY(STYRENE-ALLYL ALCOHOL) No 

1639 POLY(DIMETHYLSILOXANE), METHYL TERMINATED No 

1640 POLY(DIMETHYLSILOXANE) No 

1641 POLYBUTYLENE TEREPHTHALATE, BASIC GRADE, 
UNREINFORCED 

No 

1642 POLY(4-METHYL-1-PENTANE) No 

1643 POLYESTER THERMOPLASTIC No 

1644 POLYESTER THERMOPLASTIC, UNREINFORCED No 

1645 POLYAMIDE 66 No 

1646 POLYESTER ELASTOMER No 

1647 POLYSULFIDE, LIQUID AMW 1000 No 

1648 POLYESTER FILM 4000 SERIES No 

1649 POLYESTER RESIN SATURATED No 

1650 POLYESTER FILM 3000 SERIES No 

1651 POLYESTER BRANCHED, BASED ON ADIPIC ACID, DIOL & TRIOL No 

1652 POLYESTER FILM 2000 SERIES No 
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1653 POLYETHER POLYOL No 

1654 POLYACRYLATE RUBBER No 

1655 POLY(PROPYLENE OXIDE) BASED TRIOL No 

1656 POLY(VINYL ALCOHOL) HYDROLYZED No 

1657 POLY(OXYPROPYLENE) LIQUID, DERIVATIVE OF GLYCERINE No 

1658 POLYESTER FILM No 

1659 POLY(CAPROLACTAM) No 

1660 POLYACRYLAMIDE, HOMOPOLYMER MILLED No 

1661 POLYESTER MOLDING COMPOUND No 

1662 POLYSULFIDE, LIQUID AMW 4000 No 

1663 POLYETHER No 

1664 POLY(METHACRYLIC ACID) No 

1665 POLY(VINYL ALCOHOL), ETHOXYLATED No 

1666 POLY(ETHYLENE OXIDE-PROPYLENE OXIDE) No 

1667 POLY(CAPROLACTONE)DIOL AMW 530 No 

1668 POLY(ETHYLENE IMINE) AMW 1200 No 

1669 POLY(VINYLIDENE CHLORIDE) LATEX No 

1670 POLY(ETHYLENE IMINE) AWM 600 No 

1671 POLY(ETHYLENE IMINE) AMW 1800 No 

1672 POLY(ETHYLENE IMINE) AMW 300 No 

1673 POLYSULFIDE SYNTHETIC RUBBER No 

1674 POLY(VINYL METHYL ETHER-MONOETHYL MALEATE) No 

1675 POLY(PROPYLENEIMINE) No 

1676 POLY(BUTANEDIOL) DIACRYLATE No 

1677 POLY(CAPROLACTONE)DIOL AMW 3000 No 

1678 POLY(CAPROLACTONE)DIOL AMW 1250 No 

1679 POLY(ACRYLIC ACID, SODIUM SALT) No 

1680 POLY(ETHYLENE IMINE) AMW 70000 No 

1681 POLY(1,4-CYCLOHEXANEDIMETHYLENE TEREPHTHALATE) No 

1682 POLYIMIDE THERMOPLASTIC, LUBRICATED WITH PTFE No 

1683 POLY(ANETHOLESULFONATE, SODIUM SALT) No 

1684 POLY(L-LACTIC ACID), M.W. 2000 No 

1685 POLY(TRIMETHYLENE SUCCINATE) No 

1686 POLY(1-VINYLNAPHTHALENE) No 

1687 POLY(2,2-DIMETHYL-1,3-PROPYLENE SUCCINATE) No 

1688 POLY(2-VINYLPYRIDINE-N-OXIDE) No 

1689 POLY(4-VINYLPYRIDINE-N-OXIDE) No 

1690 POLY(BUTADIENE), TRANS No 

1691 POLY(BUTENE-1-SULFONE) No 

1692 POLY(BUTYL METHACRYLATE) HIGH MOLECULAR WEIGHT No 

1693 POLY(CAPROLACTONE) No 

1694 POLY(CHLOROTRIFLUOROETHYLENE) No 

1695 POLY(VINYLACETAMIDE) No 

1696 POLY(DIALLYL DIMETHYL AMMONIUM CHLORIDE), DRY POWDER No 

1697 POLY(DIMETHYLACRYLAMIDE-ACRYLOSARCOSINE METHYL 
ESTER) 

No 

1698 POLYTHIOETHER POLYOL HYDROXYL NUMBER 35 No 

1699 POLY(ITACONIC ACID) No 
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1700 POLY(METHACRYLONITRILE) No 

1701 POLY(N-VINYL ACETAMIDE, VINYLSULFONATE SODIUM SALT 40 
60) 

No 

1702 POLY(p-VINYLPHENOL) No 

1703 POLY(PERFLUOROETHYLENE OXIDE) No 

1704 POLY(VINYL FLUORIDE) No 

1705 POLY(VINYL PHOSPHATE) No 

1706 POLYACROLEIN No 

1707 POLYIMIDE No 

1708 POLYMETHACRYLAMIDE No 

1709 (-)-POLY-3-HYDROXY BUTYRIC ACID No 

1710 BUTYL POLYACRYLATE SOLVENT-FREE, LOW VISCOSITY No 

1711 BORANE-POLY(2-VINYLPYRIDINE) No 

1712 STARCH, POLYMERIZABLE No 

1713 METHOXY POLYETHYLENE GLYCOL 200 MONOMETHACRYLATE No 

1714 METHOXY POLYETHYLENE GLYCOL 1,000 
MONOMETHACRYLATE 

No 

1715 DIMETHYL POLYSILOXANE AQUEOUS EMULSION, NONIONIC No 

1716 ETHYLENE POLY(STYRENE) COPOLYMER, CROSS-LINKED No 

1717 ACRYLIC COPOLYMER THERMOPLASTIC No 

1718 ACRYLIC COPOLYMER MODIFIED No 

1719 BROMINATED POLYSTYRENE No 

1720 CASTOR OIL, POLYMERIZED No 

1721 MONO-METHOXYPOLYETHYLENE GLYCOL-SUCCINIMIDYL 
SUCCINATE 

No 

1722 MONO-METHOXYPOLYETHYLENE GLYCOL 5000 ACTIVATE WITH 
CYANURIC CHLORIDE 

No 

1723 ALL-ACRYLIC POLYMER No 

1724 CARBOHYDRATE POLYMER No 

1725 PHENYLMETHYL POLYSILOXANE No 

1726 CARBOXY VINYL POLYMER No 

1727 DI-tert-DODECYL POLYSULFIDE No 

1728 4-VINYLPYRIDINE, POLYMERIC No 

1729 2-VINYLPYRIDINE, POLYMERIC No 

1730 ETHYL ACRYLATE COPOLYMER 95 5 COPOLYMER No 

1731 N-VINYLCARBAZOLE, POLYMERIC No 

1732 ETHYLENE OCTENE COPOLYMER RESIN No 

1733 STYRENE BUTADIENE COPOLYMER 70 30 COPOLYMER No 

1734 STYRENE BUTADIENE COPOLYMER 50 50 COPOLYMER No 

1735 STYRENE BUTADIENE COPOLYMER 80 20 COPOLYMER No 

1736 STYRENE BUTADIENE COPOLYMER NON-PIGMENTED No 

1737 STYRENE BUTADIENE COPOLYMER 60 40 COPOLYMER No 

1738 EPOXY NOVOLAC RESIN POLYFUNCTIONAL No 

1739 ETHYLENE PROPYLENE COPOLYMER MEDIUM MOLECULAR 
WEIGHT 

No 

1740 ETHYLENE PROPYLENE COPOLYMER LOW MOLECULAR 
WEIGHT 

No 

1741 EPOXY RESIN FLEXIBLE, POLYGLYCOL TYPE No 

1742 ISOBUTYLENE ISOPRENE COPOLYMER 101 GRADE No 
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1743 ISOBUTYLENE ISOPRENE COPOLYMER 450 GRADE No 

1744 ISOBUTYLENE ISOPRENE COPOLYMER 301 GRADE No 

1745 ISOBUTYLENE ISOPRENE COPOLYMER 100 GRADE No 

1746 VINYLTOLUENE ACRYLATE COPOLYMER No 

1747 ETHYLENE ORGANIC ACID COPOLYMER No 

1748 VINYL CHLORIDE EVA GRAFT POLYMERISATE 50% VINYL 
CHLORIDE, 27.5% ETHYLENE, 22.5% VINYL ACETATE 

No 

1749 ETHYLENE VINYL ACETATE COPOLYMER VINYL ACETATE 40% No 

1750 ETHYLENE VINYL ACETATE COPOLYMER VINYL ACETATE 65% No 

1751 ETHYLENE VINYL ACETATE COPOLYMER VINYL ACETATE 18% No 

1752 ETHYLENE VINYL ACETATE COPOLYMER VINYL ACETATE 33% No 

1753 ETHYLENE VINYL ACETATE COPOLYMER VINYL ACETATE 25% No 

1754 ETHYLENE VINYL ACETATE COPOLYMER VINYL ACETATE 14% No 

1755 (N-TRIMETHOXYSILYLPROPYL)POLYETHYLENIMINE No 

1756 ISOPRENE ACRYLONITRILE COPOLYMER No 

1757 ETHYLENE VINYL ACETATE COPOLYMER POWDERED No 

1758 ETHYLENE VINYL ALCOHOL COPOLYMER No 

1759 VINYLTOLUENE BUTADIENE COPOLYMER No 

1760 ETHYLENE VINYL ACETATE COPOLYMER RESIN No 

1761 ETHYLENE ETHYL ACRYLATE COPOLYMER ETHYL ACRYLATE 
20% 

No 

1762 ACRYLONITRILE BUTADIENE COPOLYMER ACRYLONITRILE 43-
45% 

No 

1763 ACRYLONITRILE BUTADIENE COPOLYMER ACRYLONITRILE 30-
32% 

No 

1764 ACRYLONITRILE BUTADIENE COPOLYMER ACRYLONITRILE 37-
39% 

No 

1765 ACRYLONITRILE BUTADIENE COPOLYMER ACRYLONITRILE 38-
39% 

No 

1766 ACRYLONITRILE BUTADIENE COPOLYMER ACRYLONITRILE 19-
22% 

No 

1767 ACRYLONITRILE BUTADIENE COPOLYMER, CARBOXYLIC-
MODIFIED 33 67 COPOLYMER, 50% SOLIDS 

No 

1768 ACRYLONITRILE BUTADIENE COPOLYMER, CARBOXYLIC 
MODIFIED 33 67 COPOLYMER, 40% SOLIDS 

No 

1769 ACRYLONITRILE BUTADIENE COPOLYMER 1 2 
COPOLYMER,HIGH SOLVENT RESISTANCE 

No 

1770 ACRYLONITRILE BUTADIENE COPOLYMER HIGH MOLECULAR 
WEIGHT 

No 

1771 ACRYLONITRILE BUTADIENE COPOLYMER MEDIUM MOLECULAR 
WEIGHT 

No 

1772 2-METHYL-5-VINYLPYRIDINE, POLYMERIC No 

1773 VINYLPYRROLIDONE STYRENE COPOLYMER EMULSION No 

1774 ETHYLENE PROPYLENE DIENE TERPOLYMER LOW MOLECULAR 
WEIGHT 

No 

1775 ETHYLENE PROPYLENE DIENE TERPOLYMER HIGH MOLECULAR 
WEIGHT 

No 

1776 ETHYLENE PROPYLENE DIENE TERPOLYMER MEDIUM 
MOLECULAR WEIGHT 

No 

1777 ETHYLENE ISOBUTYL ACRYLATE COPOLYMER 20% 
COMONOMER 

No 
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1778 ETHYLENE ISOBUTYL ACRYLATE COPOLYMER 30% 
COMONOMER 

No 

1779 VINYLTOLUENE VEGETABLE OIL COPOLYMER SOLVENT 
MINERAL SPIRITS 

No 

1780 METHYL METHACRYLATE STYRENE COPOLYMER No 

1781 VINYL CHLORIDE MALEIC ESTER COPOLYMER No 

1782 VINYL ACETATE ACRYLIC ESTER COPOLYMER INTERNALLY 
PLASTICIZED 

No 

1783 VINYL ACETATE ALKYL MALEATE COPOLYMER LATEX No 

1784 VINYL ACETATE VINYL STEARATE COPOLYMER 70% VINYL 
ACETATE, 30% VINYL STEARATE 

No 

1785 VINYL ACETATE VINYL STEARATE COPOLYMER 93% VINYL 
ACETATE, 7% VINYL STEARATE 

No 

1786 DIISOOCTYL FUMARATE FOR VINYL COPOLYMERS No 

1787 VINYL ACETATE DIBUTYL MALEATE COPOLYMER AQUEOUS 
DISPERSION 

No 

1788 METHYL VINYL ETHER MALEIC ACID COPOLYMER HIGH 
MOLECULAR WEIGHT 

No 

1789 VINYLIDENE CHLORIDE VINYL CHLORIDE COPOLYMER MEDIUM 
MOLECULAR WEIGHT 

No 

1790 METHYL VINYL ETHER MALEIC ANHYDRIDE COPOLYMER HALF 
AMIDE-AMMONIUM SALT 

No 

1791 DIFLUOROCHLOROETHYLENE VINYL CHLORIDE COPOLYMER No 

1792 BUTYL METHACRYLATE METHYL METHACRYLATE COPOLYMER 
55 45 COPOLYMER 

No 

1793 BUTYL METHACRYLATE METHYL METHACRYLATE COPOLYMER 
60 40 COPOLYMER 

No 

1794 2-VINYLPYRIDINE 2-METHYL-5-VINYLPYRIDINE COPOLYMER No 

1795 ETHYLENE PROPYLENE ETHYLIDENE NORBORNENE 
TERPOLYMER HIGH MOLECULAR WEIGHT 

No 

1796 ETHYLENE PROPYLENE ETHYLIDENE NORBORNENE 
TERPOLYMER LOW MOLECULAR WEIGHT 

No 

1797 ETHYLENE PROPYLENE ETHYLIDENE NORBORNENE 
TERPOLYMER VERY HIGH MOLECULAR WEIGHT 

No 

1798 ETHYLENE PROPYLENE ETHYLIDENE NORBORNENE 
TERPOLYMER MEDIUM MOLECULAR WEIGHT 

No 

1799 1,4-CYCLOHEXYLENEDIMETHYLENE TEREPHTHALATE 
ISOPHTHALATE COPOLYMER 

No 

1800 1,4-CYCLOHEXYLENEDIMETHYLENE TEREPHTHALATE-
ISOPHTHALATE COPOLYMER 

No 

1801 N,N'-BIS(2,2,6,6-TETRAMETHYL-4-PIPERIDYL) 
HEXAMETHYLENEDIAMINE POLYMER WITH ETHANE-1,2-
DIBROMO 

No 

1802 HEXAMETHYLENE ADIPAMIDE HEXAMETHYLENE AZELAMIDE 
CAPROLACTAM TERPOLYMER 

No 

1803 EPON RESIN 834 EPOXY RESIN TYPE No 

1804 EPON RESIN 152 EPOXY NOVALAC TYPE No 

1805 EPON RESIN 154 EPOXY NOVALAC TYPE No 

1806 EPOXY RESIN 10.5-11.5% BUTYL GLYCIDYL ETHER MODIFIED No 

1807 ALKYD RESIN LINSEED OIL MODIFIED, OIL LENGTH 49% No 

1808 ALKYD RESIN SHORT-OIL, OXIDIZING TYPE IN XYLOL, 41% 
PHTHALIC ANHYDRIDE, 33% SOYA OIL ACIDS 

No 

1809 EPOXY RESIN FLAME RETARDANT, BROMINE CONTENT 18-20% No 
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1810 EPOXY RESIN BUTYL GLYCIDYL ETHER MODIFIED, BGE 19-21% No 

1811 ALKYD RESIN UNMODIFIED SEBACIC No 

1812 ALKYD RESIN OIL-MODIFIED ISOPHTHALIC No 

1813 ALKYD RESIN SILICONE MODIFIED IN MINERAL SPIRITS No 

1814 ALKYD RESIN COTTONSEED OIL MODIFIED No 

1815 ALKYD RESIN COCONUT OIL MODIFIED No 

1816 ALKYD RESIN STYRENE AND VINYLTOLUENE MODIFIED No 

1817 ALKYD RESIN LONG-OIL SOYBEAN MODIFIED, IN MINERAL 
SPIRITS 

No 

1818 ALKYD RESIN MEDIUM LENGTH OIL, HIGH VISCOSITY No 

1819 EPOXY RESIN CONTAINING REACTIVE DILUENT No 

1820 EPOXY RESIN LIQUID No 

1821 EPOXY RESIN BROMINATED No 

1822 EPOXY RESIN MODIFIED No 

1823 EPOXY RESIN CYCLOALIPHATIC, LIQUID No 

1824 MALEIC RESIN No 

1825 MALEIC RESIN MODIFIED No 

1826 ACETAL RESIN No 

1827 PHENOXY RESIN HIGH MOLECULAR WEIGHT No 

1828 PHENOXY RESIN LOW MOLECULAR WEIGHT No 

1829 PHENOXY RESIN MEDIUM MOLECULAR WEIGHT No 

1830 EPOXIDE RESIN LINOLEIC-OLEIC ESTERIFIED No 

1831 PHENOLIC RESIN ROSIN MODIFIED No 

1832 PHENOLIC RESIN BASED ON p-PHENYLPHENOL No 

1833 PHENOLIC RESIN, ALKYL WATER-SOLUBLE No 

1834 PHENOLIC RESIN, ALKYL No 

1835 PHENOLIC RESIN BASED ON BISPHENOL AND ALKYLPHENOLS No 

1836 PHENOLIC RESIN LINSEED OIL MODIFIED No 

1837 PHENOLIC RESIN LIQUID No 

1838 VINYL ACETATE RESIN MODIFIED No 

1839 EPOXY NOVOLAC RESIN RIGID No 

1840 EPOXY NOVOLAC RESIN No 

1841 PHENOLIC NOVOLAC RESIN 2% FREE PHENOL No 

1842 TERPENE PHENOLIC RESIN No 

1843 COUMARONE-INDENE RESIN, PHENOL MODIFIED No 

1844 COUMARONE-INDENE RESIN No 

1845 UREA-FORMALDEHYDE RESIN, ALPHA-CELLULOSE FILLED No 

1846 UREA-FORMALDEHYDE RESIN, GLUE No 

1847 MELAMINE FORMALDEHYDE, RESIN No 

1848 EPOXY o-CRESOL NOVOLAC RESIN No 

1849 PHENOL FORMALDEHYDE NOVOLAC RESIN No 

1850 ACRYLONITRILE BUTADIENE STYRENE RESIN EXTRUDED No 

1851 ACRYLONITRILE BUTADIENE STYRENE RESIN HIGH BUTADIENE 
CONTENT 

No 

1852 DIPHENYL OXIDE MODIFIED NOVOLAC RESIN No 

1853 PHENOL FORMALDEHYDE THERMOSETTING RESIN No 

1854 PROPYLENE OXIDE ADDUCT OF PINE WOOD RESIN No 

1855 10,10'-OXYBISPHENOXARSINE IN ELVALOY RESIN No 
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1856 BISPHENOL A EPICHLOROHYDRIN BASED EPOXY RESIN No 

1857 AMBERLYST A-29 STRONGLY BASIC ANION EXCHANGE RESIN No 

1858 AMBERLITE IRA-60 ACRYLIC WEAKLY BASIC ANION EXCHANGE 
RESIN 

No 

1859 AMBERLITE MB-3 STYRENE-DVB INDICATOR DYED ION 
EXCHANGE RESIN 

No 

1860 AMBERLITE IRA-45 STYRENE-DVB WEAKLY BASIC ANION 
EXCHANGE RESIN 

No 

1861 AMBERLITE IRA-99 STYRENE-DVB WEAKLY BASIC ANION 
EXCHANGE RESIN 

No 

1862 AMBERLITE IRA-400 STYRENE-DVB STRONGLY BASIC ANION 
EXCHANGE RESIN 

No 

1863 AMBERLITE IRA-35 ACRYLIC ACID-DVB WEAKLY BASIC ANION 
EXCHANGE RESIN 

No 

1864 AMBERLITE IR-130C STYRENE-DVB STRONGLY ACIDIC CATION 
EXCHANGE RESIN 

No 

1865 AMBERLITE IRC-50 METHACRYLIC ACID-DVB WEAKLY ACIDIC 
CATION EXCHANGE RESIN 

No 

1866 NYLON 6, 30% GLASS No 

1867 NYLON 6 6, 30% LONG GLASS FIBER No 

1868 NYLON 66 No 

1869 CELLULOSE 89% MICROCRYSTALLINE CELLULOSE, 11% 
SODIUM CARBOXYMETHYL CELLULOSE, SUSPENDING AGENT 

No 

1870 CELLULOSE ACETATE ACETYL CONTENT 39.8% No 

1871 CELLULOSE, MICROCRYSTALLINE No 

1872 CELLULOSE, CYANOETHYLATED No 

1873 CELLULOSE ACETATE SORBATE No 

1874 CELLULOSE PROPIONATE MEDIUM MOLECULAR WEIGHT No 

1875 CELLULOSE ACETATE PROPIONATE No 

1876 CELLULOSE SULFATE, SODIUM SALT No 

1877 alpha-CELLULOSE, MICROCRYSTALLINE FINELY GROUND No 

1878 ETHYL CELLULOSE No 

1879 METHYL CELLULOSE METHOXYL CONTENT 30% No 

1880 METHYL CELLULOSE No 

1881 ETHYLHYDROXY ETHYL CELLULOSE No 

1882 HYDROXYPROPYL METHYL CELLULOSE PHTHALATE No 

1883 FLUOROELASTOMER No 

1884 FLUOROELASTOMER LOW VISCOSITY No 

1885 FLUOROELASTOMER MODIFIED No 

1886 FLUOROELASTOMER, GENERAL PURPOSE GUM STOCK No 

1887 ACRYLIC ELASTOMER No 

1888 STANNOUS OCTOATE No 

1889 STARCH, CYANOETHYLATED No 

1890 SILICONE RUBBER LIQUID No 

1891 SILICONE EMULSION No 

1892 ACETAL, 30% GLASS FIBER No 

1893 EPOXY RESIN ALIPHATIC MODIFIED No 

1894 VINYL ACETATE ACRYLATE MALEATE PLASTICIZED No 

1895 TALL OIL ROSIN No 

1896 PHENOLIC RESIN RIGID No 
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1897 URETHANE, LATICES No 

1898 URETHANE, ALKYD No 

1899 STYRENE VINYL TOLUENE MODIFIED EPOXY ESTER No 

1900 SILICONE VARNISH No 

1901 RUBBER, CHLORINATED No 

1902 URETHANE FOAM FLAME RESISTANT No 

1903 VINYL CHLORIDE VINYL ACETATE VINYL ALCOHOL 
TERPOLYMER 91% VINYL CHLORIDE, 6% VINYL ACETATE, 3% 
VINYL ALCOHOL 

No 

1904 VINYL CHLORIDE VINYL ISOBUTYL ETHER COPOLYMER No 

1905 VINYLIDENE CHLORIDE VINYL CHLORIDE COPOLYMER 5% 
VINYLIDENE CHLORIDE 

No 

1906 VINYLIDENE CHLORIDE ACRYLONITRILE COPOLYMER 20% 
ACRYLONITRILE 

No 

1907 VINYLIDENE CHLORIDE ACRYLONITRILE COPOLYMER LOW 
MOLECULAR WEIGHT 

No 

1908 VINYLIDENE CHLORIDE ACRYLONITRILE COPOLYMER VERY 
HIGH MOLECULAR WEIGHT 

No 

1909 VINYLIDENE CHLORIDE ACRYLONITRILE COPOLYMER MEDIUM 
MOLECULAR WEIGHT 

No 

1910 VINYL CHLORIDE MALEIC ACID ESTER COPOLYMER HIGH K 
VALUE 

No 

1911 VINYL CHLORIDE VINYL ACETATE COPOLYMER 2% VINYL 
ACETATE 

No 

1912 VINYL CHLORIDE VINYL ACETATE COPOLYMER 8% VINYL 
ACETATE 

No 

1913 VINYL CHLORIDE VINYL ACETATE COPOLYMER 10% VINYL 
ACETATE 

No 

1914 VINYL CHLORIDE VINYL ACETATE COPOLYMER 13% VINYL 
ACETATE 

No 

1915 VINYL ALCOHOL VINYL BUTYRAL COPOLYMER 80% VINYL 
BUTYRAL 

No 

1916 STYRENE MALEIC ANHYDRIDE COPOLYMER LOW MOLECULAR 
WEIGHT 

No 

1917 STYRENE DIVINYLBENZENE COPOLYMER No 

1918 STYRENE DIVINYLBENZENE COPOLYMER SULFURIC ACID 
SULFONATED 

No 

1919 STYRENE DIVINYLBENZENE COPOLYMER OLEUM SULFONATED No 

1920 STYRENE ACRYLONITRILE COPOLYMER 25% ACRYLONITRILE No 

1921 STYRENE ACRYLONITRILE COPOLYMER 30% ACRYLONITRILE No 

1922 STYRENE ALLYL ALCOHOL COPOLYMER LOW MOLECULAR 
WEIGHT 

No 

1923 m-AMINOBENZALDEHYDE, POLYMER No 

1924 TRIPHENYL PHOSPHINE-POLYSTYRENE No 

1925 STYRENE BUTADIENE COPOLYMER 23% STYRENE No 

1926 STYRENE BUTADIENE COPOLYMER 85% STYRENE No 

1927 STYRENE BUTADIENE COPOLYMER 45% STYRENE No 

1928 STYRENE BUTADIENE COPOLYMER 5% STYRENE No 

1929 STYRENE BUTADIENE COPOLYMER 30% STYRENE No 

1930 alpha-METHYLSTYRENE POLYMOLECULAR DERIVATIVE No 

1931 STYRENE ISOPRENE COPOLYMER 14% STYRENE No 
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1932 STARCH POLYACRYLAMIDE, POLYACRYLIC ACID SODIUM SALT, 
GRAFTED 60% 

No 

1933 1,5-Diphenylpentadien-3-one No 

1934 Methanesulfonamide, hydrated No 

1935 Methanesulfonic acid, sodium salt, hydrated No 

1936 Dimethyl methanesulfonamide hydrated No 

1937 Chloromethylethyl benzene dithioethane No 

1938 p-Methylstyrene, dipentyl phosphonic ester No 

1939 4-(Methacryloyloxy)-3-methoxybenzyl 2-methylacrylate No 

1940 Di(chloromethylbenzoyl aminophenylsulfide) No 

1941 Fluorophosphonic acid C6 No 

1942 1-HEXADECYL METHACRYLATE No 

1943 TRIISOOCTYL TRIMELLITATE No 

1944 n-NONYL METHACRYLATE No 

1945 LAURYL STEARYLTHIODIPROPIONATE No 

1946 DICETYL THIODIPROPIONATE No 

1947 GLYCIDYL CINNAMATE No 

1948 1,9-NONANEDIOL DIMETHACRYLATE No 

1949 n-OCTYL-n-DECYL ADIPATE No 

1950 OCTADECYL 3-MERCAPTOPROPIONATE No 

1951 OLEYL METHACRYLATE No 

1952 DITRIDECYL ADIPATE No 

1953 TETRAHYDROFURFURYL OLEATE No 

1954 GLYCERYL MONO-METHACRYLATE No 

1955 n-NONYL ACRYLATE No 

1956 MYRISTYLDIMETHYLAMINE No 

1957 CINNAMYL ACRYLATE No 

1958 1,12-DODECANEDIOL DIMETHACRYLATE No 

1959 ETHYLIDENENORBORNENE No 

1960 HEXYLENE GLYCOL TITANATE No 

1961 1,5-PENTANEDIOL DIMETHACRYLATE No 

1962 ALLYL STEARATE, TECHNICAL No 

1963 n-OCTYL METHACRYLATE No 

1964 DIVINYL SEBACATE No 

1965 1,2-PROPANEDIOL DIACRYLATE No 

1966 1-HEXADECYL ACRYLATE No 

1967 1,10-DECANEDIOL DIMETHACRYLATE No 

1968 n-HEPTYL ACRYLATE No 

1969 STRONTIUM STEARATE No 

1970 LAURYL VINYL ETHER No 

1971 2-(2'-HYDROXY-3'5'-DI-tert-BUTYLPHENYL)-5-
CHLOROBENZOTRIAZOLE 

No 

1972 OCTADECYL VINYL ETHER No 

1973 1,3-PROPANEDIOL DIACRYLATE No 

1974 DODECYL PHENOL No 

1975 DIBUTYLTIN BIS(ISOOCTYLMALEATE) No 

1976 LAURYL ACRYLATE No 

1977 Cholesteryl methacrylate No 
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1978 N-LAURYLMORPHOLINE URETHANE CATALYST No 

1979 4-HYDROXYBUTYL METHACRYLATE No 

1980 2-n-BUTOXYETHYL METHACRYLATE No 

1981 CARBOXYMETHYLAMYLOSE, SODIUM SALT No 

1982 2-HYDROXY-4-n-DODECYLOXYBENZOPHENONE No 

1983 OLEYL ACRYLATE No 

1984 TRIMETHYLOLPROPANE TRI-3-MERCAPTOPROPIONATE ASSAY 
95% 

No 

1985 GLYCERYL MONO-ACRYLATE No 

1986 CALCIUM NAPHTHENATE No 

1987 BIS(METHACRYLOXY-2-HYDROXYPROPYLOXY)DIETHYLENE 
GLYCOL 

No 

1988 N-BUTOXY METHACRYLAMIDE No 

1989 DITHIOBIS(STEARYL PROPIONATE) ASSAY 95% No 

1990 1,1,1-TRIMETHYLOLETHANE TRIACRYLATE No 

1991 4-PHENYLPROPYLPIPERIDINE No 

1992 DIGLYCIDYL ETHER OF RESORCINOL No 

1993 ROSIN ESTER, HYDROGENATED No 

1994 ISOOCTYL ACID PHOSPHATE No 

1995 Isoamyl methacrylate No 

1996 2-n-BUTOXYETHYL ACRYLATE No 

1997 DIPENTAERYTHRITOL MONOHYDROXYPENTAACRYLATE No 

1998 PENTAERYTHRITOL TETRAMETHACRYLATE No 

1999 N,N-DI-n-BUTYLACRYLAMIDE No 

2000 beta-ACRYLOXYPROPIONIC ACID ESTER DIETHYLENE GLYCOL No 

2001 ISOOCTYL VINYL ETHER No 

2002 n-PROPYL ACRYLATE No 

2003 DIGLYCIDYL ETHER OF NEOPENTYL GLYCOL No 

2004 TRIARYL PHOSPHATE SYNTHETIC No 

2005 ROSIN ESTER OF ETHYLENE GLYCOL No 

2006 N,N-DI(n-BUTYL)METHACRYLAMIDE No 

2007 1,4-CYCLOHEXANEDIOL DIMETHACRYLATE No 

2008 beta-ACRYLOXYPROPIONIC ACID ESTER TRIMETHYLOL 
PROPANE 

No 

2009 BIS(1-ACRYLOXY-2-HYDROXY PROPYL)PHTHALATE No 

2010 N-(n-OCTADECYL)ACRYLAMIDE No 

2011 2-METHACRYLOXYETHYL PHOSPHATE No 

2012 GLYCEROL PROPOXYLATE No 

2013 2-PHENYLETHYL ACRYLATE No 

2014 3,3,5-TRIMETHYLHEXYL METHACRYLATE No 

2015 2-METHOXY PROPYL METHACRYLATE No 

2016 N-BUTYLACRYLAMIDE No 

2017 PHENYL DIISODECYL PHOSPHITE No 

2018 TRIMETHYLOL PROPANE, ETHOXYLATED No 

2019 3-METHOXYBUTYL ACRYLATE No 

2020 1,4-BIS(2-HYDROXYPROPYL)-2-METHYLPIPERAZINE No 

2021 ETHYLTHIOETHYL METHACRYLATE No 

2022 HEXAFLUOROBUTYL ACRYLATE No 
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2023 MONO(2-METHACRYLOXY ETHYL)PHTHALATE No 

2024 beta-ACRYLOXYPROPIONIC ACID, TECHNICAL No 

2025 ISOPROPYL OCTYL, BUTYL PYROPHOSPHATOTITANATE No 

2026 2-METHYL-1-(4-(METHYLTHIO)PHENYL)-2-MORPHOLINOPROPAN-
1-ONE 

No 

2027 DICYCLOPENTENYLOXYETHYL METHACRYLATE No 

2028 4-VINYLPHENYLACETONITRILE No 

2029 2-(p-(ISONONYL)PHENOXY)ETHANESULFONIC ACID, SODIUM 
SALT, MIXTURE OF ISOMERS 

No 

2030 DI(METHOXYETHYL)AMINE No 

2031 DIVINYL ETHER OF BUTANEDIOL 95% No 

2032 4,4'-ISOPROPYLIDENEDIPHENOL ALKYL(C12-C15) PHOSPHITE No 

2033 2,5-DIMETHYLHEXYL-2,5-DI(PEROXYBENZOATE) No 

2034 3-DIMETHYLAMINONEOPENTYL ACRYLATE No 

2035 2-BUTENE 1,4-DIACRYLATE No 

2036 1,1,3-TRIS(2-METHYL-4-HYDROXY-5-tert-BUTYLPHENYL)BUTANE No 

2037 CHLOROMETHYL STYRENE No 

2038 DI(ETHOXYETHYL)AMINE No 

2039 PHENYL ACRYLATE 937-41-7 

2040 2-NITRO-2-METHYLPROPYL METHACRYLATE No 

2041 N-tert-DODECYLFORMAMIDE No 

2042 2-(1-AZIRIDINYL)ETHYL METHACRYLATE No 

2043 BIS(1,2,2,6,6-PENTAMETHYL-4-PIPERIDINYL)SEBACATE No 

2044 DIGLYCIDYL ETHER OF CYCLOHEXANEDIMETHANOL No 

2045 2-NAPHTHYL ACRYLATE No 

2046 tert-AMYL METHACRYLATE No 

2047 STEARAMIDOPROPYLDIMETHYL-beta-
HYDROXYETHYLAMMONIUM NITRATE 

No 

2048 PENTADECAFLUOROOCTYL ACRYLATE No 

2049 MALEIC ACID MONO-2-ACRYLOYLOXY ETHYL ESTER No 

2050 GLYCIDOXYPROPYLTRIMETHOXYSILANE No 

2051 2-NAPHTHYL METHACRYLATE No 

2052 LEAD METHACRYLATE, 2-ETHYLHEXANOATE No 

2053 1,1,3-TRIS(2-METHYL-4-DITRIDECYL PHOSPHITE 5-tert-
BUTYLPHENYL)BUTANE 

No 

2054 2-PHENYLETHYL METHACRYLATE No 

2055 alpha-METHYLSTYRENE DIMER No 

2056 ISOPROPYL, TRI(3-MERCAPTOPROPIONYL TITANATE) No 

2057 1H,1H,3H-TETRAFLUOROPROPYL METHACRYLATE No 

2058 NONYLPHENYL NEOPENTYL PHOSPHITE No 

2059 TRIMETHYLOLPROPANE TRITHIOGLYCOLATE ASSAY 95% No 

2060 ISO-PROPYL ACRYLATE No 

2061 1H,1H,2H,2H-HEPTADECAFLUORODECYL METHACRYLATE No 

2062 HEXABROMOBIPHENYL BROMINE 75% No 

2063 TRIMETHOXYSILYLPROPYLDIETHYLENETRIAMINE No 

2064 METHALLYL METHACRYLATE No 

2065 N,N-BIS(2-HYDROXYPROPYL)ANILINE No 

2066 DIALLYL TEREPHTHALATE No 
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2067 2,2-BIS[4-(2-(3,5-DI-tert-BUTYL-4-
HYDROXYHYDROCINNAMOYLOXY))ETHOXYPHENYL] PROPANE 

No 

2068 ETHYLENE PROPYLENE DIENE MONOMER No 

2069 1,1'-AZOBIS(CYCLOHEXANECARBONITRILE) No 

2070 1,1'-THIOBIS(2-NAPHTHOL) No 

2071 1,2-DIHYDRO-2,2,4-TRIMETHYLQUINOLINE No 

2072 1,3-DIAMINO-4,6-DINITROBENZENE No 

2073 1,3-DI-tert-BUTYLTHIOUREA No 

2074 1-CYANOETHYL-2-ETHYL-4-METHYLIMIDAZOLE No 

2075 1-CYANOETHYL-2-METHYLIMIDAZOLE No 

2076 1H,1H,11H-EICOSAFLUORO-1-UNDECANYL ACRYLATE No 

2077 1H,1H,7H-DODECAFLUORO-1-HEPTYL METHACRYLATE No 

2078 1-METHOXY-2-PROPANAMINE No 

2079 1-NAPHTHYL METHACRYLATE No 

2080 2,2-DIBROMONEOPENTYL GLYCOL DIMETHACRYLATE No 

2081 2,3-EPOXY n-HEXADECYL ETHER, TECHNICAL No 

2082 2,4,6-TRIBROMOPHENYL ACRYLATE No 

2083 2-BROMOETHYL METHACRYLATE No 

2084 2-HYDROXY-4-METHOXY-5-SULFOBENZOPHENONE, 
TRIHYDRATE 

No 

2085 2-PENTENITRILE 2-PENTENITRILE & 2-METHYL-2-BUTENITRILE No 

2086 2-TRIMETHYLAMMONIUM ETHYL ACRYLIC CHLORIDE (70% IN 
WATER) 

No 

2087 3-(N-SALICYLOYL)AMINO-1,2,4-TRIAZOLE No 

2088 3,5,5-TRIMETHYLCYCLOHEXYL ACRYLATE No 

2089 3,6-DIVINYL-2-METHYLTETRAHYDRO-2H-PYRAN CIS-TRANS 
MIXTURE 

No 

2090 3-AMINO-1,2,4-TRIAZOLE-5-CARBOXYLIC ACID, HEMIHYDRATE No 

2091 4,4'-DIAMINO-3,3'-DINITRODIPHENYL ETHER No 

2092 4,4-DIAMINO-6,6-DIMETHYL-2,2-BIPHENYLDISULFONIC ACID 40% 
SOLUTION IN WATER 

No 

2093 4-AMINOMETHYLPIPERIDINE 7144-05-0 

2094 4-METHACRYLOXY-2-HYDROXYBENZOPHENONE No 

2095 5-MORPHOLYL-1,2,3,4-THIATRIAZOLE BLOWING AGENT No 

2096 ACRYLIC ANHYDRIDE No 

2097 BIS(2-METHOXY-4-HYDROXY-5-BENZOYLPHENYL)METHANE No 

2098 BIS(3,4-EPOXYCYCLOHEXYL) ADIPATE No 

2099 BIS(ACRYLATE) OF TETRABROMOBISPHENOL A BIS(2-
HYDROXYETHYL ETHER) 

No 

2100 BIS[3,3-BIS(4'-HYDROXY-3'-tert-BUTYLPHENYL)BUTYRIC ACID], 
GLYCOL ESTER 

No 

2101 BISHYDROXYETHYL BUTYNEDIOL ETHER No 

2102 CARBOXYMETHYL MERCAPTOSUCCINIC ACID No 

2103 CHLOROMETHYLDIMETHYLVINYLSILANE No 

2104 CRESYL GLYCIDYL ETHER No 

2105 CYCLOHEXANEDIOL DIMETHACRYLATE, CRYSTALLINE No 

2106 DIBUTYL CHLORENDATE HIGH STABLE LIQUID ESTER No 

2107 DICHLORO-rho-CYCLOPHANE No 

2108 DICYCLOPENTADIENE ACRYLATE No 
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2109 DI-sec-BUTYLPHENOL MIXTURE OF ISOMERS PREDOMINATELY 
2,6- 

No 

2110 DIVINYL ETHER OF DIETHYLENE GLYCOL 95% No 

2111 ETHANOLAMINE SULFITE No 

2112 ETHYL ACETOACETATE TITANATE CHELATE No 

2113 ETHYL FURYLACRYLATE No 

2114 ETHYL HYDROCAFFEATE No 

2115 FURFURYL METHACRYLATE No 

2116 GLYCEROL TRISANHYDRO TRIMELLITATE No 

2117 HEXAFLUOROBUTYL METHACRYLATE No 

2118 HEXAFLUORO-ISO-PROPYL METHACRYLATE No 

2119 HEXAMETHOXYMETHYL MELAMINE No 

2120 ISOBUTYL NICLATE ANTIOXIDANT No 

2121 LEAD ACRYLATE No 

2122 LEAD METHACRYLATE No 

2123 LITHIUM ACRYLATE No 

2124 METHACRYLYL CHOLINE METHYL SULFATE, 40% AQUEOUS No 

2125 MONO(2,3-DIBROMOPROPYL) MALEATE No 

2126 N-(2-HYDROXYPROPYL)METHACRYLAMIDE No 

2127 N-(p-ETHOXYCARBONYLPHENYL)-N'-ETHYL-N'-
PHENYLFORMAMIDINE 

No 

2128 N,N'-DODECANOMETHYLENEBISACRYLAMIDE No 

2129 N,N'-HEXAMETHYLENEBISACRYLAMIDE No 

2130 N,N'-NONAMETHYLENEBISACRYLAMIDE No 

2131 N,N'-OCTAMETHYLENEBISACRYLAMIDE No 

2132 N,N'-TRIMETHYLENEBISACRYLAMIDE No 

2133 N-ALLYLACRYLAMIDE No 

2134 Naphthalene-1-carboxamide 2243-81-4 

2135 N-BENZYL METHACRYLAMIDE No 

2136 N-BENZYLACRYLAMIDE No 

2137 N-ETHYLACRYLAMIDE No 

2138 N-ETHYLMETHACRYLAMIDE No 

2139 N-ISOBUTOXY METHACRYLAMIDE No 

2140 N-METHACRYLOYLTRIS(HYDROXYMETHYL)AMINOMETHANE No 

2141 N-METHYLACRYLAMIDE No 

2142 N-PHENYLGLYCINE-GLYCIDYL METHACRYLATE ADDUCT No 

2143 N-PROPIONYLPECCAINAMIDE No 

2144 N-tert-OCTYLACRYLAMIDE No 

2145 N-VINYLPHTHALIMIDE 3485-84-5 

2146 OCTABROMODIPHENYL OXIDE No 

2147 PENTABROMODIPHENYL OXIDE No 

2148 PENTABROMOPHENYL ACRYLATE No 

2149 PENTABROMOPHENYL METHACRYLATE No 

2150 PENTACHLOROPHENYL ACRYLATE No 

2151 PENTACHLOROPHENYL METHACRYLATE No 

2152 PENTADECAFLUOROOCTYL METHACRYLATE No 

2153 PENTAFLUOROPHENYL ACRYLATE No 

2154 PENTAFLUOROPHENYL METHACRYLATE No 
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2155 PHENYL METHACRYLATE No 

2156 p-HYDROXYMETHACRYLANILIDE No 

2157 POTASSIUM METHACRYLATE No 

2158 p-PHENOXYSTYRENE No 

2159 p-PHENYLENE DIACRYLATE No 

2160 PROPARGYL ACRYLATE No 

2161 PROPARGYL METHACRYLATE No 

2162 p-tert-BUTYLSTYRENE No 

2163 SODIUM ACRYLATE No 

2164 SODIUM BIS(4-tert-BUTYLPHENYL) PHOSPHATE No 

2165 SODIUM METHACRYLATE No 

2166 TETRABROMOMETHYLENE DIANILINE No 

2167 THIOXYLENOLS MIXED ISOMERS No 

2168 trans-1,2-BIS(N-PROPYLSULFONYL)ETHYLENE No 

2169 TRIBROMONEOPENTYL ACRYLATE No 

2170 TRIBROMONEOPENTYL ALCOHOL FIRE RETARDANT No 

2171 TRIMETHYLAMMONIUMMETHYL METHACRYLATE 
METHOSULFATE, 40% AQUEOUS 

No 

2172 TRIS(3,5-DI-tert-BUTYL-4-HYDROXYPHENYL) PHOSPHATE No 

2173 VINYL PHENYL ETHER No 

2174 VINYL-tert-NONANOATE No 

2175 2,2,6,6-TETRAKIS(beta-CARBOXYETHYL)CYCLOHEXANONE No 

2176 n-HEPTYL METHACRYLATE No 

2177 TRIS(2-ETHYLHEXYL) PHOSPHITE No 

2178 UNDECYL ACRYLATE No 

2179 n-AMYL METHACRYLATE No 

2180 UNDECYL METHACRYLATE No 

2181 TRIMETHYLOLETHANE TRI-3-MERCAPTOPROPIONATE ASSAY 
95% 

No 

2182 TRI(DIPROPYLENEGLYCOL) PHOSPHITE No 

2183 STANNOUS NEODECANOATE CATALYST FOR FLEXIBLE 
URETHANE 

No 

2184 gamma-AMINOPROPYLTRIMETHOXYSILANE SILANE COUPLING 
AGENT 

No 

2185 n-OCTYLTRIETHOXYSILANE No 

2186 VINYL PHENYLACETATE No 

2187 VINYL-2-(2-ETHOXY-ETHOXY)ETHYL ETHER No 

2188 TRIS(NONYLPHENYL) PHOSPHITE No 

2189 p-NITROPHENYL METHACRYLATE No 

2190 p-NITROPHENYL ACRYLATE No 

2191 N-(beta-AMINOETHYL)-gamma-
AMINOPROPYLTRIMETHOXYSILANE 

No 

2192 TRIMETHYLOLETHANE TRITHIOGLYCOLATE ASSAY 95% No 

2193 TRIETHANOLAMINE SALICYLATE No 

2194 p-NONYLPHENYL METHACRYLATE No 

2195 p-CHLOROPHENYL ACRYLATE No 

2196 TETRABROMOCYCLOOCTANE No 

2197 TRIBROMONEOPENTYL METHACRYLATE No 

2198 TRICHLOROETHYL METHACRYLATE No 
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2199 TRIMETHYLAMINE SULFUR TRIOXIDE No 

2200 TRIMETHYLHEXAMETHYLENEDIAMINE No 

2201 TRIS-(2-ACRYLOXYETHYL)ISOCYANURATE No 

2202 VINYL CAPROLACTAM No 

2203 VINYL-2-FUROATE No 

2204 ZIRCONIUM METHACRYLATE No 

2205 TRIMETHYLOLPROPANETRIETHOXYTRIACRYLATE No 

2206 VINYL NEODECANOATE No 

2207 TETRAPHENYL DIPROPYLENE GLYCOL DIPHOSPHITE No 

 


